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THE MARK-II INTEGRAL SODIUM TREAT LOOP 

by 

L. E. Robinson, R. T. Purviance, 
and K. J. Schmidt 

ABSTRACT 

Performance of Fast Reactor Safety experiments in 
which oxide fuel is melted and failed in the presence of so
dium coolant requires special test techniques. This repor t 
descr ibes the engineering c r i t e r ia , design, fabrication, and 
prototype testing of the Mark-II Integral Sodium Loops de
veloped for studying LMFBR oxide-fuel behavior under t ran
sient testing to failure in the TREAT reactor . The basic 
design point is a rating of 5000 psi at 1000°F. 

1. INTRODUCTION 

This repor t describes the basic development of a second-generation 
integral sodium loop for advanced meltdown experiments in TREAT. The 
advanced loop with more extensive instrumentation, a larger test section, 
and higher operating temperature and p r e s su re , was designed on the basis 
of experience gained with the Mark-I TREAT Integral Sodium Loop. Re
mote and semiremote handling capabilities for use with plutonium-bearing 
specimens were also considered in the advanced loop or "Mark-II" design. 

The Mark-I loop ' was intended for experimental use in TREAT 
meltdown experiments of relatively low-melting-point metallic fast reactor 
fuels contained in flowing sodium. These loops have been used successfully 
and routinely for such tes t s . However, the design pressure of 30 atm at 
500°C and steady-state temperature limitation below 400°C are not adequate 
for LMFBR oxide-fuel t ransient safety experiments . The counterflow de
sign of the Mark-I loop was required to reduce the loop size to fit within a 
single TREAT fuel-element can. However, this counterflow feature made 
the instrumentation of p r e s s u r e , flow, and temperature difficult. 

Covered in this report is the work leading up to the use of the Mark-IIA 
advanced loops. Other possible variations of the basic Mark-II type are not 
included. Variations in the Mark-II loop made to date are described la ter . 



II. DESIGN CONSIDERATIONS 

A. C r i t e r i a 

E x p e r i e n c e g a i n e d f r o m the u s e of the M a r k - I loop in T R E A T c l a r 
if ied the r e q u i r e m e n t s for the M a r k - I I i n t e g r a l s o d i u m loop . 

The M a r k - I I loop m u s t con ta in the h i g h - a m p l i t u d e p r e s s u r e p u l s e s 
which m i g h t be g e n e r a t e d by the f a i l u r e of r e f r a c t o r y fuel e l e m e n t s wi th 
m e l t i n g po in t s we l l above 2000' 'C. The loop in i t s e n t i r e t y wou ld be r e q u i r e d 
to funct ion p r o p e r l y u n d e r s t e a d y - s t a t e cond i t i ons a t the o p e r a t i n g t e m p e r 
a t u r e s t yp i ca l of f a s t power r e a c t o r s . The flow of s o d i u m in the M a r k - I I 
loop shou ld be a d e q u a t e to s i m u l a t e t h e r m a l h y d r a u l i c cond i t i ons in t y p i c a l 
L M F B R o x i d e - f u e l e d d e s i g n s , and the p u m p and i t s c o n t r o l s would r e q u i r e 
suf f ic ien t l a t i t ude and v e r s a t i l i t y to p e r m i t e x p e r i m e n t s wi th flow d e c a y . 

In e x p e r i m e n t a l u s e , the a d v a n c e d loop sho u l d offer i n c r e a s e d e a s e 
of fuel load ing and un load ing , w h e t h e r the o p e r a t i o n s a r e p e r f o r m e d on the 
l a b o r a t o r y w o r k bench o r w i th in an a - c a v e . H e n c e , the loop shou ld be c a 
pab l e of be ing e a s i l y f i l led wi th s o d i u m and e a s i l y d r a i n e d by r e m o t e m e a n s .* 
The t e s t s e c t i o n shou ld be c a p a b l e of hav ing a s i n g l e oxide fuel e l e m e n t as 
w e l l a s a t h r e e - r o w c l u s t e r of 19 p ins of the E B R - I I d r i v e r t y p e . S a m p l e -
l eng th c a p a b i l i t i e s shou ld be su f f i c ien t to a c c o m m o d a t e the l o n g e s t p ins 
u n d e r i r r a d i a t i o n in E B R - I I . 

The p r i m a r y c o n t a i n m e n t of the loop body shou ld have an e x p a n s i o n 
c h a m b e r a s a s a f e ty m e a s u r e . The e x p a n s i o n c h a m b e r and any n e c e s s a r y 
c o n n e c t i n g l i n e s m u s t have suf f ic ien t p r e s s u r e c a p a b i l i t y and c o n t a i n m e n t 
i n t e g r i t y t h a t ven t ing would no t c o m p r o m i s e loop i n t e g r i t y . 

S e c o n d a r y c o n t a i n m e n t of the loop s y s t e m shou ld be p r o v i d e d , as in 
the c a s e of the M a r k - I l oop , by s u i t a b l e e n c l o s u r e wi th in a h e r m e t i c a l l y 
s e a l e d s t a i n l e s s s t e e l T R E A T d u m m y e l e m e n t con ta in ing an i n e r t a t m o s p h e r e . 

The j u s t i f i c a t i o n for the d e s i g n and c o n s t r u c t i o n of e x p e r i m e n t a l a p 
p a r a t u s is the a c q u i s i t i o n of d a t a . The fue l -ho ld ing leg of the M a r k - I I loop 
shou ld be fully i n s t r u m e n t e d a t i n l e t and ou t l e t to m e a s u r e s o d i u m p r e s s u r e , 
flow r a t e , and t e m p e r a t u r e a c c u r a t e l y . The s e n s o r s shou ld be as u n r e s p o n 
s i v e to the e x t r e m e n u c l e a r r a d i a t i o n of the r e a c t o r a s is f e a s i b l e . 

T h e r e shou ld be c a p a b i l i t y to p e r m i t u s e of i n s t r u m e n t e d fuel or 
( m o r e g e n e r a l l y ) to a d j u s t i n s t r u m e n t a t i o n l e a d s into the loop . F o r p r o p e r 
o p e r a t i o n , the t e m p e r a t u r e of the s o d i u m and of h e a t - l i m i t e d loop c o m p o 
n e n t s would be con t inua l ly m o n i t o r e d . 

*Al least until sufficient experience was gained in loop operations to show that this capability was not in 
fact needed. 



B. C o n c e p t u a l Des ign 

The r e q u i r e m e n t s l i s t e d above w e r e fulfi l led in the c o n c e p t u a l 
d e s i g n of the M a r k - I I i n t e g r a l s o d i u m T R E A T loop . 

R e q u i r e m e n t s of a l a r g e r t e s t s e c t i o n and h i g h e r p r e s s u r e r a t i ng 
o v e r the M a r k - I loop m a d e i t i m p o s s i b l e to k e e p the v o l u m e r e q u i r e d for 
e n c l o s u r e of the a d v a n c e d loop wi th in tha t a v a i l a b l e in a s ing le T R E A T fuel 
e l e m e n t can . Hous ing the loop c o m p l e x in a she l l having the s i ze of two 
T R E A T fuel e l e m e n t s a l s o m a d e p o s s i b l e a s i m p l i f i c a t i o n of the loop 
s t r u c t u r e . 

The 8-ft v e r t i c a l l eng th and 4 x 8- in . c r o s s s e c t i o n of two e l e m e n t s 
could a c c o m m o d a t e an e l o n g a t e d m i n i a t u r e loop of two s t r a i g h t p a r a l l e l 
l e g s , the d o w n c o m e r in one s ide and the r i s e r t e s t s e c t i o n in the o t h e r s ide 
of the s h e l l . A c c e s s to the f u e l - c o n t a i n i n g t e s t s e c t i o n could be p r o v i d e d by 
adding an e x t e n s i o n beyond the r e t u r n bend of the loop and on the c e n t e r l i n e 
of the t e s t s e c t i o n . With a l i q u i d - m e t a l p u m p in the d o w n c o m e r l eg , a 
c l o s e d - c i r c u i t , d i r e c t - f l o w r e c i r c u l a t i n g s y s t e m w a s f e a s i b l e . The e x t e n 
s ion a l s o p r o v i d e d a p l e n u m for e x p a n s i o n v o l u m e . The s imp l i f i ed g e o m e t r y 
of fered the i m m e d i a t e a d v a n t a g e of p rov id ing the f a s t - n e u t r o n h o d o s c o p e 
wi th a r e l a t i v e l y u n c l u t t e r e d v iew of the f u e l - c o n t a i n i n g t e s t s e c t i o n , whi le 
the loop is p o s i t i o n e d in the r e a c t o r wi th the t e s t s e c t i o n leg in the hodoscope 
v iewing s lo t . The d i r e c t s t r a i g h t - t h r o u g h s o d i u m flow would r e s u l t in l o w e r 
h y d r a u l i c l o s s e s , and a s s u r e g r e a t e r e a s e in i n s t r u m e n t i n g both the i n l e t 
and ou t l e t of the fueled t e s t s e c t i o n , whi le f ac i l i t a t ing the a s s e m b l y and d i s 
a s s e m b l y of s u c c e s s i v e e x p e r i m e n t s by r e m o t e handl ing . 

With a t e s t s e c t i o n of suf f ic ien t l eng th to a c c o m m o d a t e a t e s t fuel 
pin of abou t 76 c m (30 i n . ) , * c e n t e r e d on the h o r i z o n t a l c e n t e r l i n e of the 
T R E A T c o r e , t h e r e w a s a p p r o x i m a t e l y 50 c m of s p a c e left be tween the 
b o t t o m of the s e c o n d a r y e n c l o s u r e can and the l o w e r bend of the loop to 
p r o v i d e for a s a f e ty e x p a n s i o n tank . Th i s tank i s c o n n e c t e d to the loop by 
a ven t l ine c l o s e d by a c a l i b r a t e d b u r s t - d i s c p r e s s u r e - r e l i e f v a l v e . 

Sonne of the p r o b l e m s e n c o u n t e r e d in the e x p e r i m e n t a l u t i l i z a t i on of 
the M a r k - I i n t e g r a l loop could be a s s u a g e d by d e s i g n of the sa fe ty tank to 
s e r v e a l s o a s a d u m p tank which would p r o v i d e v o l u m e for s t o r a g e of the 
loop l iqu id s o d i u m a s we l l a s v e n t e d o v e r p r e s s u r e e x p a n s i o n of s o d i u m 
v a p o r . In c o m b i n a t i o n wi th the m u l t i p u r p o s e " s a f e t y " tank , the i n s t a l l a t i o n 
of a v a l v e d f i l l / d r a i n l ine into the b o t t o m of the a d v a n c e d loop , a v a l v e d 
ove r f low l ine b e t w e e n the d e s i r e d l e v e l of s o d i u m in the loop and the t ank , 
and an e x t e r n a l l y s u p p l i e d h e l i u m p r e s s u r e l ine into the t ank , w a s c o n c e i v e d 
a s a t e c h n i q u e to a s s u r e a f ixed s o d i u m l e v e l wi th in the loop , wi thou t the 
n e c e s s i t y ol p r o b i n g , and by a c o m p l e t e l y r e m o t e o p e r a t i o n . 

•Sufficient to accommodate the longest pins undet irradiation in EBR-II at that time. 



The operational valving for the fi l l /drain and the overflow lines was 
envisioned as a combination of commercial ly available mechanical valves 
and the long-used sodium freeze valve, since the auxiliary connecting lines 
and valves should permit the intermittent flow and shutoff of molten sodium, 
while possessing the same pressure capability as the loop proper during 
transient experimental operation. 

The feasibility of the conceptual design of the Mark-II integral loop 
geometry depended pr imar i ly on the availability of a l iquid-metal pump 
which could meet the operational requirements of the advanced facility. The 
requirements placing the most str ingent demands on the sodium pump were 
the design p ressu re capability greater by an order of magnitude than that 
of the first generation of integral loops, a s teady-state pumped-sodium de
sign temperature of about the same level (~500°C), and the severe size l im
itation which required the finished loop to fit into a rectangular c ross section 
of 4 X 8 in. (10.16 x 20.3 cm). Other capabilities involving operational para
meters were considered desirable (within l imits) , but not absolutely neces
sa ry , for the experimental usability of the integral loop. These factors 
included a high flow capability (8 m / s e c optimum), a programmable flow 
ra te , reversibi l i ty of flow direction, ease of replacement in the event of 
fai lure, reasonable efficiency, and versat i l i ty of pumping performance to 
meet a wide range of experimental requi rements . 

The combination of p r e s s u r e , containment, and temperature c r i te r ia 
eliminated the Faraday-conduction-type electromagnetic pumps, which char
acter is t ical ly require very thin walls for operation at measurable efficien
c ies , and most of the mechanically rotatable field pumps, which rely on 
close coupling of a permanent magnetic field with the conductive liquid 
metal being pumped. The size limitation effectively eliminated the poly
phase helical and the mechanical axicentrifugal types of pump. 

The only sodium pumps previously developed which seemed to offer 
some possibility of adaptation to the proposed advanced loop were the Flat 
Linear Induction Pump (FLIP) and the Annular Linear Induction iPump (ALIP). 
Each is a polyphase traveling-wave electromagnetic l iquid-metal pump, 
charac ter ized by a geometry having a large ratio of length to diameter . The 
FLIP has been built in l a rge -s ize versions and was routinely operated to 
t ransfer or circulate sodium and NaK in large volume flow sys tems , whereas 
only experimental versions of the ALIP had been built and operated, also 
in high flow-rate sys tems . However, the geometry and modes of operation 
of both types offered the possibility of miniaturization for use in the inte
gral loop. The extra- loop location of the driving stator of the l inear induc
tion pumps would permi t sufficient increase in the flow-channel walls to 
contain high internal p re s su res (however, at the expense of pump efficiency) 
while allowing fluid cooling of the stator coils and laminations to remove 
the heat generated from the electr ical power losses and heat conducted 
from the hot loop sodium. The pump-design flow, efficiency, and capability 



for varying charac ter is t ics would depend on the degree of degradation of 
pump propert ies accompanying drastic miniaturization. 

Either type of pump could be replaced in the loop, provided that 
high-integrity, leak-free , h igh-pressure flanged connections could be ap
plied in miniature tc the loop. However, an identical problem of flange 
miniaturization also was presented by the requirement for replaceable at
tachment of p ressu re t ransducers to the proposed loop, as well as the 
sealing closure of the sample-loading access port. The flange closure 
having the grea tes t intrinsic strength, the smallest overall s ize , the high
est mechanical advantage, and the tightest seal under extreme internal 
p ressu res was the ramp-backed gasket-sealed flange, closed by split-C 
clamps, used for decades m the closures for autoclaves and reaction ves
se l s . The "Conoseal" clamped flange connection is a proprie tary version 
of the autoclave flange, using a deformable gasket, and has been used 
widely in sodium technology. A strengthened version, using the solid 
double-oval O-ring seal in routine use for ANL fast reactor safety t e s t s , 
would not require the extreme flange travel required by the Conoseal ve r 
sion, and would permit the in-line installation of the sodium pump into the 
downcomer leg of the loop opposite the test section. 

C. Engineering Design Considerations 

The selection of the design point for the advanced integral sodium 
loop was admittedly a rb i t r a ry , since no data were available as to what 
p ressure - t ime loadings would be encountered in the performance of the de
s i red meltdown experiments using the refractory fast reactor fuel types. 
In fact, one reason for performing the experiments is to obtain experimental 
data on the p ressu re loading and molten-fuel movement. The Mark-I inte
gral loop was designed for a rating of approximately 30-atm (450 psig) in
ternal p ressu re at 500°C. The performance of meltdown experiments using 
ceramic fuels in the presence of sodium coolant required the selection of a 
p ressu re design point that was greater by an order of magnitude than the 
rating of the Mark-I loop at essentially the same initial temperature . 

Thus, the design rating was taken to be an internal p ressu re of 
340 atm (5000 psig) at a steady-state temperature of 538''C (1000°F). This 
design point requires a prooftest p re s su re of 6250 psi, which is approxi
mately the cr i t ical p ressu re of sodium. 

In light of the uncertainty in the maximum amplitude of the forces to 
be contained during the proposed experiments , it was believed desirable to 
design the advanced loop in accordance with the most conservative code and 
rigorous standards applicable. Selection of the reference design code r e 
quired the classification of the facility in t e rms of its intended use. The 
conceptual ciosed-loop flow-circuit geometry could be considered as a high-
p r e s s u r e , h igh- temperature piping system. However, the system was to 
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contain flowing sodium, and reactor fuel, and would effectively become a 
part of an operational nuclear reactor during an experiment. The loop 
would function as a free-surface vessel with a top penetration for loading 
and removing test samples , and a mechanical c losure , as opposed to a pe r 
manently joined, fully filled welded piping system. Hence, it was deemed 
part icularly suitable to base the design upon the wel l -es tabl ished standards 
and specifications of the ASME Boiler and P r e s s u r e Vessel Code, 1965 edi
tion.^ The conservat ism of the ASME Code, with its 4 - to - l margin of ulti
mate tensile s t ress to rated (allowable) tensile s t r e s s , was an added incentive 
to use this Code as a base for the design. Thus, design calculations were 
based on the ASME Code, Section III, with the loop defined as a Class A 
Nuclear Vessel. Exceptions were taken toward even grea ter r igor . 

Although the Mark-II loop was basically designed in accordance with 
the standards and specifications of the ASME Code, ' some exceptions and 
refinements were taken. The finished loops include a section of Inconel, 
which is not a Code-qualified mater ia l .* The standards established for the 
choice of ma te r i a l s , fabrication, inspection procedures and c r i t e r i a , and 
the specifications of heat t rea tments , in most ca ses , reflect refinements of 
the Code s tandards . 

The highest-s trength Code-rated mate r ia l at the design tempera ture , 
and of ready availability, and having full compatibility with molten sodium 
and high weldability, is Type 316 stainless s teel . The Mark-II loop body, 
piping, hydraulic a t tachments , and accessory components a re made wholly 
of Type 316 stainless s teel , carefully selected by chemical composition, 
form, and thermal history. This is the standard T316 stainless s teel , 
molybdenum stabilized; it offers the following advantages: 

1. High strength at high t empera tu res . 

2. Normally insensitive to notching. 

3. Optional postweld heat t reatment . 

4. Readily machinable. 

5. High duc t i l i ty in i t s fully a n n e a l e d s t a t e . 

C o n v e r s e l y , the m a t e r i a l h a s a n u m b e r of d i s a d v a n t a g e s which r e q u i r e 
m e t i c u l o u s c a r e in s e l e c t i o n , f a b r i c a t i o n , and i n s p e c t i o n of m a t e r i a l for 
d e v i c e s s u c h a s the M a r k - I I loop . T h e s e i n c l u d e : 

1. D e s p i t e the m o l y b d e n u m a d d i t i v e , a h i g h e r t e n d e n c y to p r e c i p i 
t a t e b r i t t l e c a r b i d e s , e s p e c i a l l y n e a r m a s s i v e w e l d s . 

•Compare, however, Case 1344-1 interpretation of ASME Boiler and Pressure Vessel Code (approved by 
council March 14, 1966). 
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2. Rigid control of chemical composition of the parent metal and 
weld metal to avoid carbide precipitation. 

3. L ike a l l 3 0 0 - s e r i e s a u s t e n i t i c s t a i n l e s s s t e e l s , w o r k h a r d e n i n g 
r e a d i l y , n e c e s s i t a t i n g f r equen t a n n e a l i n g and p r a c t i c a l e x p e r i e n c e in 
m a c h i n i n g . 

F o r l o n g - t e r m s e r v i c e , a s in l a r g e s y s t e m s s u c h a s s t a t i o n a r y 
power p l a n t s , the Type 316H s t a i n l e s s s t e e l has been u s e d e x t e n s i v e l y for 
h i g h - t e m p e r a t u r e , h i g h - p r e s s u r e a p p l i c a t i o n s ; h o w e v e r , the high c a r b o n 
con ten t often r e s u l t s in l o w e r w e l d a b i l i t y and a g e - c r a c k i n g of weld j o i n t s . 

The 316H s t a i n l e s s s t e e l c o r r e s p o n d s to the Code m a t e r i a l d e s i g 
na t ed S A - 3 7 6 . 

The Code m a t e r i a l s e l e c t e d for the M a r k - I I i n t e g r a l loops was SA-
312, T P 3 1 6 , taken f r o m Tab le N-421 of Ref. 4 . The c o m p l e t e s p e c i f i c a t i o n 
for th i s m a t e r i a l , a s g iven in Sec t ion II , " M a t e r i a l s , " of Ref. 4 is e q u i v a l e n t 
to the ASTM Spec i f i ca t ion A 3 1 2 - 6 4 . F o r the M a r k - I I loop , the m a t e r i a l w a s 
to be s e a m l e s s t h roughou t . 

A l though the T316 m a t e r i a l has often been u s e d for s e r v i c e a t t e m 
p e r a t u r e s in e x c e s s of 1000°F, the a l l owab le d e s i g n s t r e s s v a l u e s (Tab le N -
241) g iven by the ASME Code for any m a t e r i a l a r e t a b u l a t e d only to a m a x i m u m 
t e m p e r a t u r e of 800°F; a l l owab le y i e ld s t r e n g t h s a r e g iven to a t e m p e r a t u r e 
of lOOO^F (Tab le N - 4 2 4 ) . Al though a h i g h e r t e m p e r a t u r e than 800°F is d e 
s i r a b l e , and Code v a l u e s " a r e being w o r k e d on," the 1968 edi t ion of the ASME 
Code h a s the s a m e l i m i t a t i o n s . ^ 

E x a m i n a t i o n of the d e s i g n s t r e s s v a l u e s given in Tab le N-241 i n d i 
c a t e s a h i g h e r a l l owab le s t r e s s a t 800°F for S A - 3 1 2 , T321 and T347 s t a i n 
l e s s s t e e l s than for the S A - 3 1 2 , T P 3 1 6 . H o w e v e r , c o r r e l a t i o n of t h e s e 
v a l u e s wi th t hose g iven in Sec t ion I , " P o w e r B o i l e r s , " Tab le P G - 2 3 . 1 , and 
Sec t ion VIII, "Unf i red P r e s s u r e V e s s e l s , " Tab le U H A - 2 3 , p e r m i t a r e a s o n 
ab le e x t r a p o l a t i o n of the Sec t ion III v a l u e s for S A - 3 1 2 , T316 to a s t r e s s Sni 
of 14,000 ps i a t 1000°F, wh ich is c o n s i d e r a b l y h i g h e r than the e q u i v a l e n t 
s t r e s s e s for the o t h e r two s t e e l s . In add i t i on , t h e r e i s a m o r e f a v o r a b l e 
h i s t o r y of e x p e r i e n c e wi th T P 3 1 6 w e l d s than wi th T347 . 

The a l l owab le s t r e s s v a l u e s g iven in the Code t abu la t ion for both the 
1965 and 1968* ed i t i ons a r e s u b j e c t to footnoted c o n d i t i o n s : ( l ) the S A - 3 1 2 , 
T P 3 1 6 s t a i n l e s s s t e e l m u s t have a c a r b o n con ten t g r e a t e r than 0.04%, and 
(2) the m e t a l m u s t be h e a t t r e a t e d to a m i n i m u m t e m p e r a t u r e spec i f i ed 
(1800°F m the 1965 ed i t i on , and 1900°F in the 1968 ed i t ion ) . The f i r s t 

•The yield stress for SA-312, TP316 was increased in the 1969 winter addition to the 1968 edition. 
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condition is required for enhancement of the basic strength of the Type 316 
stainless steel at temperatures well above ambient; the second condition 
assures that the metal exists in the fully austenized state in which it pos
sesses the greates t toughness and ductility. Meeting the requirement of 
carbon content is but a matter of mater ia l selection in accordance with 
chemical composition; however, assuring complete austenization of a com
plex geometry consisting of a welded composite of massive par ts presented 
some difficulty. 

Of greater import than the conditions imposed on the use of the m a 
terial selected was the fact that the specific Code-qualified stainless s teel , 
the SA-312, TP316 Seamless Austenitic Pipe, could not be obtained in the 
dimensions required by the design except by the prohibitive expense and 
lead times associated with special mill o rde r s . If the selected mate r i a l 
could not be procured in the desired form, of seamless pipe, the fabrication 
of the tubular form from solid bar or rod of Type 316 stainless steel must 
be justified. The equivalence of the propert ies of the finished tubular prod
uct with those of the Code-qualified SA-312, Type 316 seamless austenitic 
pipe, selected as the basic design mater ia l for the Mark-II loop, would have 
to be established. 

A form of Type 316 stainless steel was sought among available stock 
mater ia ls which would insure a grain orientation and internal s t ructure 
closely similar to that of the SA-312 seamless pipe, resulting from the 
forming process of mandrel drawing. The desired orientation should be 
unidirectional, with a radial symmetry about a common axis in the direction 
of drawing or rolling. By this, rolled plate was eliminated because it lacks 
the required radial symmetry of grain orientation, since it is formed by 
single roll reduction. The seam-welded pipe might be usable although 
formed of thin plate, except for the existence of the closure weld seam. 

By the same token, round solid bar stock possesses the s imilar 
s t ructura l charac ter is t ics and gram orientation as a seamless pipe, with 
s imilar radial symmetry, since it is formed through a reducing die, or 
multiple ro l l s , with successive deformations in the axial direction of rolling. 
The rectangular bar , formed by reduction through double ro l l s , also is 
closely s imilar to pipe in its internal s t ruc ture . Bar stock formed by cutting 
rolled plate was, of course , not acceptable for the reasons given for rejec
tion of plate stock. 

Consideration of the ASME Code-listed mater ia l forms revealed that 
the only T316 stainless steel in solid bar form was a high-alloy forging 
stock specification. Forged mate r ia l , it was believed, would have a grain 
s t ructure and mixed orientation sufficiently unlike that of the desired seam
less pipe so as to be questionable for use as a base mater ia l . 
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The base mater ia l for the loop-body weldment was selected from 
ASTM specifications for bar stock, with chemical composition and physical 
propert ies identical, but res t r ic ted in composition with respect to carbon 
and nickel elements to those of the ASME Code-qualified SA-312, TP316 
austenitic seamless pipe. The bar specified for fabrication of the tubular 
components of the loop body was ASTM A276-64, T316 austenitic stainless 
steel . With the exception of the return tee of the loop and the upper and 
lower instrument sections, A276 SS was procured in round bar form; 
for the return tee and the upper and lower instrument sections, rectangular 
bar was used as the stock mater ia l . 

Those portions of the loop complex which are required to contain the 
internal p ressu res of the loop-body weldment, but are not a part of the c i r 
culatory system (i .e. , the interconnecting piping of the overflow, fill and 
blowout l ines), were obtainable in standard sizes of seamless pipe. How
ever, the desired nominal sizes ( l / 4 - , 3 /8 - , and l /2- in . , Schedule 80 IPS) 
covered by the specification of SA-312, TP316 seamless austenitic pipe 
were not readily available. Thus, again, it became necessary to find an 
alternative equivalent in chemical composition, physical proper t ies , and 
allowable design s t ress among the ASTM specified mater ia ls which were 
available. The ASTM A269-64, T316 seamless austenitic pipe and tubing, 
selected for chemical and physical proper t ies , was equivalent and more 
readily obtainable. 

The detailed specifications of all mater ia ls used in the construction 
of the Mark-II loop were followed rigorously. It should be noted that the 
chromium, nickel, and molybdenum content of bar , plate, pipe, and weld 
filler wire is a single specification, but the <;arbon content of the weld filler 
wire differs from that of the parent mate r ia l s . The base metals are r e 
quired to have a carbon content of 0.04% < C <0.08%, whereas the weld 
wire is specified to contain 0.05% S C S 0.07%. The differential in carbon 
content provides a mechanism tending to decrease the concentration of 
carbon in the weld zone and inhibit the precipitation of carbides. 

D. Selection of the Sodium Pump 

The sodium pump selected for the Mark-II loop was the direct-flow 
version of the Annular Linear Induction Pump (ALIP), which proved to be 
the only type of l iquid-metal pump amenable to the degree of miniaturization 
required and capable of containing the design internal p ressu re of the loop. 
An attempt was made to obtain a compacted version of the FLIP commer
cially, but costs for development and for subsequent pumps would be much 
higher than actually incurred by the ALIP, for a FLIP which could not be 
cooled during operation of the loop. 

The ALIP, as designed for the Mark-II loop, was a miniaturized and 
modified version of the experimental sodium pumps designed and built by 
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Blake.^ Blake's sodium pump was of 14-in. OD x 52-in. long, a i r -cooled, 
and with a capacity of 600-700 gpm of sodium at a temperature of 600 C in 
direct-flow geometry. A counterflow design of the ALIP was constructed 
and thoroughly tested by Cambillard and Schwab^ for use in the RAPSODIE 
reac tor , although it was never used. Their pump was designed for counter-
flow, to permit convenient maintenance and replacement of stator coi ls , 
without breaking the sodium-flow system. The relatively low-pressure 
flow tube in the counterflow pump was constructed of Nimonic-80 super-
alloy, which was joined to the flow system by welding to Type 321 s tainless 
s teel , a feat which was accomplished with extreme difficulty. 

The two versions of the ALIP a re mentioned because of the variation 
in resul ts of design calculations car r ied out for the essentially s imilar de
vices. Blake's calculations were based upon Maxwell's equations, the inlet 
and outlet halves of the pump being m i r r o r images of each other. Such 
calculations indicated that the stator field coils should be systematically 
reduced in the number of turns , or graded downward, over both inlet and 
outlet poles, to counteract the effects of field fringing, excessive power 
loss , and heat generation. Cambillard and Schwab performed a zone-to-
zone i terat ive calculation, which resulted in an optimization of pump per
formance by reduction of the coil -windings over the inlet pole, and succes
sively increasing the number of turns on the coils towards the pump outlet. 

The development and the resul ts of operational testing of the Mark-II 
ALIP have been reported elsewhere. The Mark-II ALIP has an outer diam
eter of 3-2 in., a stator a rmature 19-in. long, and an overall length between 
flanges of approximately 25-| in. This miniature ALIP has four poles, with 
two coils per phase per pole, for a total of six coils per pole; the inlet 
pole coils a re graded from the pump inlet by thirds (i .e. , successive coil 
pai rs have 1/3, 2 / 3 , and the balance the full number of turns) . Figure 1 
is an i sometr ic line drawing showing the ALIP for the Mark-II loop. The 
pump behaves essential ly like an induction motor with a liquid rotor. The 
ALIP limit is a th ree-phase , 60-cycle, 230-V ac, 50-A/phase device. The 
pump is fitted with a central core of magnetically soft metal which defines 
an annulus 0.375-cm wide, through which the molten sodium is driven by the 
traveling magnetic wave. 

The pump stator is assembled upon an evacuated, mult i layered 
stainless steel Dewar heat b a r r i e r , which is concentric with the sodium-
flow tube of fully age-hardened Inconel X-750 and serves as thermal insu
lation for the stator assembly against the loop heat. The s ta tor ' s 24 pancake 
coils a re w^ound of fully anodized aluminum acryl ic-coated ribbon, 0.5-in. 
wide and 0 008-in. thick, held in place by 12 symmetrical ly positioned slotted 
magnetic field yokes m a spoke-like radial a r r ay . The stator yokes a re 
assembled from 29 gauge (0.356 mm) 1%-silicon t ransformer iron lami
nations which are tightly riveted together. The 1%-silicon iron was chosen 
for its high curie point, resulting in some increase in core power loss . The 
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Fig. 1. Isometric Drawing of AUP. ANL Neg. No. 112-8624. 



anod ized a l u m i n u m e l e c t r i c a l conduc to r is u s e d a t a m a x i m u m o p e r a t i n g 
t e m p e r a t u r e of about 260°C. This type of conduc to r h a s been s u c c e s s f u l l y 
u s e d wi thout i n t e r l e a v i n g insu la t ion as the p r i m a r y of a 6 0 - c y c l e , s i n g l e -
p h a s e , 230-V ac s tepdown t r a n s f o r m e r a t 425°C, for o v e r 500 h r , w i thou t 
ma l func t ion . 

The field co i l s a r e e l e c t r i c a l l y i n s u l a t e d f r o m the l a m i n a t e d m a g 
ne t i c yokes by thin s h e e t s of m i c a , bound to the co i l s by 0.05 1 - m m - t h i c k 
p r e s s u r e - s e n s i t i v e po ly imide tape having a s i l i cone a d h e s i v e b a c k i n g , and 
by a c i r c u m f e r e n t i a l l a y e r of thin Teflon s h e e t . P o l e - t o - p o l e e l e c t r i c a l 
connec t ions a r e m a d e wi th c e r a m i c - i n s u l a t e d a l u m i n u m bus b a r s , of a p 
p r o x i m a t e l y 0 .081- in . d i a m e t e r ; a l l i n t e r n a l c o i l - t o - c o i l and c o i l - t o - b u s 
connec t ions a r e m a d e by TIG we ld ing . 

The m a g n e t i c yoke and field coi l a s s e m b l y of the A L I P s t a t o r i s 
r i g id ly pos i t i oned be tween the in su la t ing Dewar h e a t b a r r i e r and the s t a i n 
l e s s s t e e l cool ing h o u s i n g , which p r o v i d e s a t ight a n n u l a r e n c l o s u r e . Low-
v i s c o s i t y s i l i cone oil* coo lan t is c i r c u l a t e d t h r o u g h th is a n n u l u s to cool the 
m a g n e t i c yoke in coi l a s s e m b l i e s . 

E l e c t r i c a l power is supp l i ed to the s o d i u m - p u m p co i l s by l a r g e -
c a p a c i t y t h r o u g h - c o n n e c t o r s in the u p p e r end of the p u m p , f r o m a p r o g r a m 
m a b l e t h r e e - p h a s e , m o t o r - d r i v e n a u t o t r a n s f o r m e r supply e x t e r n a l to and a t 
s o m e d i s t a n c e f r o m the o p e r a t i n g loop . The power supply has a c a p a c i t y of 
60 A / p h a s e , wi th a 5 - s e c rundown t i m e f r o m full power to z e r o , and an in
t e r l o c k i n g m a n u a l z e r o r e s e t . The p u m p p h a s e s a r e c l o s e d - d e l t a connec t ed 
to e n s u r e a c o n s t a n t 120° p h a s e d i f f e r e n c e . 

The d e s i r e d flow ve loc i ty was a p p r o x i m a t e l y 9 m / s e c t h r o u g h the 
t e s t s e c t i o n con ta in ing a fuel h o l d e r f i l led wi th 19 E B R - I I - t y p e c o r e fuel 
e l e m e n t s . Th i s flow ve loc i ty is a p p r o x i m a t e l y e q u i v a l e n t to a flow r a t e of 
110 l i t e r s / m i n . 

E . F l a n g e s 

The A L I P flow tube of Incone l is f langed on both e n d s , and is clannped 
b e t w e e n m a t i n g f langes in the offset d o w n c o m e r s ide of the s t a i n l e s s s t e e l 
loop wi th a g e - h a r d e n e d Incone l C- type a u t o c l a v e c l a m p s and so l id d o u b l e -
o v a l O - r i n g f lange s e a l s of a n n e a l e d T316 s t a i n l e s s s t e e l . The A L I P - t o -
loop f lange coupl ing i s shown in F i g . 2. The s a m e type of coupl ing is u s e d 
to a t t a c h the loop p r e s s u r e - s e n s o r a s s e m b l i e s to the f langed p r e s s u r e t aps 
above and below the t e s t s e c t i o n . F o r s o m e of the l o o p s , the a c c e s s p o r t a t 
the top of the t e s t - s e c t i o n c l o s u r e - t u b e e x t e n s i o n is c l o s e d by d o u b l e - o v a l 
O - r i n g s ; on o t h e r s C o n o s e a l j o in t s a r e u sed . Both types of c l o s u r e have 
been u s e d s u c c e s s f u l l y . 

•Dow 200 dimethylpolysiloxane, 20-centipoise viscosity. 
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^DOUBLE OVAL 

Fig. 2. ALIP Flange and C-type Autoclave Clamps. ANL Neg. No. 112-7429. 

F . Des ign S t r e s s e s 

Sec t ion III of the ASME Code r e q u i r e s a l l we lds in the f a b r i c a t i o n 
of a C l a s s A N u c l e a r V e s s e l to be full p e n e t r a t i o n and c e r t i f i e d a s to q u a l 
ity by full r a d i o g r a p h i c e x a m i n a t i o n . If th is r e q u i r e m e n t is m e t t h roughou t , 
a weld e f f ic iency f ac to r of 1.0 m a y be u s e d in d e t e r m i n i n g the m a x i m u m 
a l lowab le s t r e s s va lue to be u s e d in the des ign of the v e s s e l . The m a s s i v e 
s c a l e of the M a r k - I I loop w e l d m e n t s , the e x t r e m e c o n s t r i c t i o n of the loop 
i n t e r i o r d i m e n s i o n s , and the s m a l l - r a d i u s convolu t ions of i t s g e o m e t r y a r e 
a l l f a c t o r s wh ich m a k e full r a d i o g r a p h i c e x a m i n a t i o n of c o m p l e t e d we lds 
diff icult to a c h i e v e . As a r e s u l t of th is diff iculty, the weld eff ic iency was 
d e r a t e d by 10%, and a f ac to r of 0 .90, i n s t e a d of uni ty , was adop ted a s an 
added p r e c a u t i o n . 

H e n c e , the a l l owab le d e s i g n s t r e s s va lue u s e d for the T316 s t a i n l e s s 
s t e e l of the loop s t r u c t u r e was r e d u c e d f r o m the C o d e - a l l o w e d 14,000 p s i 
a t 538°C (1000°F) to 12,600 p s i . Th i s va lue was u s e d in the d e t e r m i n a t i o n 
of the v a r i o u s wa l l t h i c k n e s s e s in the loop . This r e d u c e d va lue for a l l o w 
ab le s t r e s s r e s u l t s in s o m e o v e r d e s i g n , even in t hose p o r t i o n s of the loop 
c o m p l e x which o p e r a t e a t des ign t e m p e r a t u r e s and p r o v i d e s a v e r y l a r g e 
m a r g i n of c o n t a i n m e n t sa fe ty in t hose r e g i o n s of the s y s t e m tha t a lways 
r e m a i n a t r e l a t i v e l y low o p e r a t i o n a l t e m p e r a t u r e s (e .g . , the c l o s u r e - t u b e 
e x t e n s i o n , s a f e t y / d u m p tank, and over f low and fill l i n e s ) . 

The r e d u c t i o n of a l l owab le d e s i g n s t r e s s , to e n s u r e an add i t i ona l 
m a r g i n of sa fe ty and the h i g h e s t p o s s i b l e l e v e l of qua l i ty , c o n s t i t u t e s a r e 
f i n e m e n t to the des ign C o d e . 

The m a j o r excep t ion to the Code in the des ign of the M a r k - I I loop 
was the use of an unqua l i f i ed m a t e r i a l for a p o r t i o n of the loop flow c h a n n e l 
in the p r i m a r y c o n t a i n m e n t c i r c u i t . The flow tube of the A n n u l a r L i n e a r 
Induc t ion P u m p (ALIP) w a s m a d e of Incone l X - 7 5 0 , fully a g e - h a r d e n e d , and 



i s c l a m p e d be tween m a t i n g f langes in the d o w n c o m e r leg of the loop p r o p e r . 
Such a n o n m a g n e t i c s u p e r a l l o y was r e q u i r e d for i t s u n u s u a l h i g h - t e m p e r a t u r e , 
h i g h - s t r e n g t h p r o p e r t i e s , to p e r m i t thinning the p u m p wa l l in m i n i m i z i n g 
the m a g n e t i c gap be tween the A L I P s t a t o r and the m a g n e t i c c e n t r a l c o r e . 
Inconel X-750 , one of the o l d e s t of the h i g h - n i c k e l s u p e r a l l o y s , w a s s e l e c t e d 
b e c a u s e of i t s r e a d y ava i l ab i l i t y , r e a s o n a b l e cos t , and r e l a t i v e l y e x t e n s i v e 
e x p e r i e n c e with i ts u s e . 

The s a m e m a t e r i a l was u s e d for the a u t o c l a v e C- type f lange c l a m p s 
and bol ts to jo in the A L I P to the loop s t a i n l e s s s t e e l , and the p r e s s u r e 
t r a n s d u c e r a s s e m b l i e s to the loop body. Its u t i l i z a t i on in c l a m p s and bol t s 
e x t e r n a l to the loop does not cons t i tu t e an excep t ion to the Code . 

Although the Inconel X-750 is not qual i f ied by the ASME Code for 
p r e s s u r e - v e s s e l u s e , * the m a x i m u m a l lowab le des ign s t r e s s for the m a t e 
r i a l was c a l c u l a t e d a c c o r d i n g to the m o s t c o n s e r v a t i v e m e t h o d u s e d in the 
d e t e r m i n a t i o n of such s t r e s s e s for qual i f ied m a t e r i a l s . As a f u r t h e r con
s e r v a t i s m , the p h y s i c a l p r o p e r t i e s of wrough t b a r Incone l a t 1000 F was 
used , i n s t e a d of the m u c h h ighe r s t r e n g t h s of the fully a g e - h a r d e n e d m e t a l , 
a s the b a s e p r o p e r t y for the ca l cu l a t i on of des ign s t r e s s v a l u e . The Code 
p r e s c r i b e s tha t the l e s s e r va lue ob ta ined by c a l c u l a t i n g 62^% of the y i e ld 
s t r e n g t h a t t e m p e r a t u r e , or d e t e r m i n i n g 25% of the t e n s i l e s t r e n g t h , sha l l 
be taken to be the m a x i m u m a l lowab le des ign s t r e s s of the s u b j e c t m a t e r i a l . 
The y ie ld s t r e n g t h of Inconel X-750 is given a s 84,000 p s i and the t ens i l e 
s t r e n g t h as 140,000 ps i a t the 1000°F des ign t e m p e r a t u r e of the M a r k - I I 
loop. The m a x i m u m a l lowable des ign s t r e s s of the Incone l u s e d in the loop 
was taken to be 25% of the t ens i l e s t r e n g t h a t r a t e d t e m p e r a t u r e , i . e . , 
35,000 p s i . Dera t ing of the f in i shed pump by 10%, a s wi th the loop p r o p e r , 
to an eff ic iency of 0.90, to a c c o u n t for p o s s i b l e we ld e f f i c i e n c i e s , r e s u l t e d 
in an effect ive m a x i m u m a l lowab le s t r e s s of 31,500 p s i , wh ich was u s e d in 
the des ign of a l l Inconel componen t s of the M a r k - I I loop . T h u s , the Incone l 
pump wal l t h i c k n e s s of 0.254 c m (0.100 in.) e x c e e d s the e x a c t d e s i g n - t h i c k n e s s 
r e q u i r e m e n t for the 2 . 6 7 - c m ( l . 0 5 0 - i n . ) i n n e r d i a m e t e r by m o r e than 16%. 

A n e c e s s a r y c o n s e q u e n c e of us ing the Incone l w a s tha t s t r e s s e s a r e 
p r o d u c e d by the d i f f e ren t i a l t h e r m a l expans ion be tween the p u m p flow tube 
and the s t a i n l e s s s t e e l loop t e s t s e c t i o n . This point wi l l be c o n s i d e r e d in 
Sec t ion II.G and Append ix B . 

G. S t r e s s A n a l y s i s 

1. G e n e r a l D i s c u s s i o n 

The M a r k - I I i n t e g r a l sodiurii loop was des igned , a s d e s c r i b e d 
above , us ing the ASME Bo i l e r and P r e s s u r e V e s s e l Code a s a b a s i s . D e 
s ign c a l c u l a t i o n s for the loop a s a n u c l e a r v e s s e l w e r e d i r e c t e d p r i m a r i l y 

•Compare, however. Case 1344-1. 
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to the establishment of acceptable operational s t ress levels at the se 
lected p ressure - t empera tu re design point. 

Some scoping calculations were made in which estimates of the 
thermodynamic limit of conversion from sample thermal energy to work 
against the loop were checked against est imates of the containment capa
bility of the loop for internal p re s su re loadings. These considerations could 
hardly be considered to represent firm design points and were performed 
for guidance only. 

2. Discussion of Steady-state P re s su re Capabilities 

The Mark-II integral loop design is based on the 1965 edition of 
the ASME Code for Class A Nuclear Vessels for steady-state service of 
5000 psi (340 atm) at 1000°F (538°C). The pr imary loop is comprised of 
components with circular cross section, in 4 different s izes . The test sec
tion has an outer diameter of 2 in., with a bore of 1.281 in.; the upper and 
lower bends have an OD of 1.250 in. and an ID of 0.750 in. The closure tube, 
or test-section loading extension tube, is larger than the test section for 
added convenience of access , having an OD of 2.250 in., and an ID of 1.469 in. 
The ALIP sodium pump has a thin-walled Inconel, annular flow section with 
an OD of 1.250 in. and an ID of 1.050 in. 

The allowable design s t ress extrapolated from Section I, "Power 
Boilers ," and Section VIII, "Unfired P re s su re Vessels ," for application to 
Section III, "Nuclear Vessels ," was 14,000 psi at 1000°F for the SA-312, 
TP316 stainless steel. However, for this application the allowable design 
s t ress was derated to 12,600 psi for the following reasons. A 10% reduction 
in the design s t r e s s was taken to compensate for possible undetected flaws 
in the massive weldments. In addition, other factor-rated data provide in
creased assurance with respect to reliability of the loop to perform safely. 
The reduced design s t ress for the Inconel X-750 was taken to be Sm -
31,500 psi at 1000°F. 

The allowable s t r ess intensity is determined by the largest ab
solute value of the s t ress difference using averaged values of the membrane 
s t r e s s e s . The s t ress differences are determined in accordance with 
Par . N-413 (e) of Section III of the Code. The equations are 

Si2 = ^ i " '^Z' 5^3 = Cz - 03; S31 - Oi - a j . 

The equations shown in Pa r . 1-221 are used to calculate the component s t r e s se s : 

a, = Ot = p[l + {Z'/Y') - 1]; 

Oz = 01 - p / ( Y ' - 1); 

03 = Cr = p(l -2 ' ) / (Y^- 1) 



where p is the internal pressure in the tube (in psi), ri the intermediate 
tube radius (in inches), r, the internal tube radius (in inches), r^ the outside 
tube radius (in inches), and 

Y = r ^ / r j ; 

Z = rz / r i . 

The averaged membrane s t ress intensities a re derived by 
averaging the s t ress components across the thickness of the tube section. 
To obtain the average s t ress component, the equations a re solved for the 
s t resses that occur at the inside surface of the tube and the outside sur 
face, and then averaged arithmetically. Thus, the s t r e s s for the inside 
surface is found by using a value for Z equal to the ratio of r j / r ; , and the 
s t ress on the outside surface is found by using a value for Z equal to the 
ratio of TJTZ = 1. The largest absolute value is given by S31. 

The results for the four principal tubular sections in the loop 
are shown in Table I. They range for the TP316 components from 12,500 psi 
for the closure tube to 10,690 psi for the bends, compared to an allowable 
s t ress value of 12,600 psi. The s t ress intensity for the inconel X-750 ALIP 
tube was found to be 29,000 psi, compared to an allowable s t r e s s value of 
31,500 psi. 

TABLE I. Values of Stress Intensity in the Principal Tubular Sections 

Component 

Closure Tube 

Test Section 

Bends 

ALIP Tube 

r,, in. 

0.735 

0.640 

0.370 

0.525 

' f •" 

1.125 

1.000 

0.625 

0.625 

O a v P S ' 

10.000 

9.450 

8.200 

26,500 

° i a v P " 

-2500 

-2500 

-2500 

-2500 

b Jlavl- P" ' 

12,500 

11.950 

10,690 

29,000 

Allowable Design 
s t r e s s , psi 

12,600 

12,600 

12,600 

31,500 

The 1969 Addenda to the 1968 Code notes an increase in the 
allowable yield strength in SA-312 TP316 SS tubular products from 15,700 to 
17,000 psi at 1000''F. In accordance with Appendix II, Basis for Establish
ing Design Stress Values, the selection of 90% of the yield strength as the 
lowest of four cr i ter ia for calculating the design s t r e s s for austenitic steels 
gives a value of 15,300 psi. Derating this value by 10%, consistent with the 
practice followed in this design, gives 13,800 psi, a value about 10% higher 
than the 12,600 psi used in the design. 

If the average tangential s t r e s ses are determined by integrating 
the s t resses over the wall thickness rather than by arithmetically averaging 
the inside and outside values for the various wall thicknesses, the average 
values will be approximately 6-10% lower. Thus, the average integrated 
s t ress is found by solving the equation 
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'^tav - P 

1 + (^r dr 

{^' 
resulting in 

t^tav = P r i / ( r2 - r , ) . 

The value of S13 from this will be about 5-9% lower. In the case 
of the Inconel flow tube of the sodium pump, the difference in method yields 
a significant but smal ler difference. 

These factors increase the degree of conservat ism in the de
sign of the loop. 

The conservat ism of the Code-based design can be judged by 
comparison of the maximum operating p r e s su re s , given in Table I, with the 
static bursting p ressu re as calculated by the formula presented on p. 310 of 
Ref. 10: 

SB y/3 
In 

i-i \ <^u/ 

where 

Qy = yield s t r e s s at 1000°F = (3/2)(l^5,700) = 23,500 psi, 

Gu = ultimate tensile strength = 3(14,000) = 42,000 psi, 

and ro and rj a re taken for the closure tube of Table I, the portion of the 
loop having the lowest operating p re s su re . 

For the Mark-II integral loop closure tube, 

PSB = 2.285 X 10^ psi (1526 atm), 

which is 4j times the rated operating p ressu re of the loop. 

For the operational Mark-U loop, it was recognized that con
sideration must be given to s t r e s ses resulting from thermal effects, such 
as diss imilar thermal propert ies of ma te r i a l s , or thermal gradients . Raising 
the loop body temperature to the design temperature will generate s t r e s ses 
due to the differential thermal expansion between the Type 316 stainless 
steel of the test section r i se r and the 26-in.-long ALIP flow tube of Inconel X-750 
in the downcomer. Other s t r e s se s would be generated by the unequal 
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temperatures of the T316 stainless steel connecting lines between the loop-
body weldment and the safety/dump tank (i.e., the fill, overflow, and blowout 
lines). 

The differential thermal expansion between loop legs is analyzed 
in Appendix B. This analysis shows that the s t r e s s in the loop is within the 
allowable value obtained by extrapolating Code* values to the design temper
ature of lOOO'F. (Two versions of the basic loop, essentially the same but 
with somewhat different lower bends, were built: Mark-IIA and -IIB. Both 
are analyzed in Appendix B.) 

Also covered in Appendix B is the analysis of the dump piping, 
comprising the blowout line from loop proper to safety tank, safety tank, and 
the fill and overflow lines from tank to loop proper . This analysis resul ts in a 
conservative estimate of the system s t r e s ses , since the model used was 
two-dimensional, while the actual loop is three-dimensional and more flex
ible. The smaller, 5-ft-long overflow tube was neglected, because of its 
high flexibility. Throughout the analysis, the rectangular valve bodies and 
their weldable port projections were considered to be essential ly rigid, 
because of their massive geometry. The replacement of the mechanical 
valves by a stainless steel fitting does not al ter the analysis. 

Two cases were considered for analysis. Case I corresponds 
to the steady-state pretransient operational condition of the Mark-II loop, 
with the blowout line maintained at 400''F, the mechanical valve and lower 
fill line at 125°F, and the burst disc intact. This distribution of temperature 
in the auxiliary loop is reasonable, because of the heavy thermal insulation 
covering the entire system, and of the thermal isolation of the mechanical 
valve, lower fill line, and safety tank from the hot loop by the liquid-cooled 
freeze plug. 

Case II serves as a limiting calculation, with the blowout line at 
900°F and the temperatures of the remainder of the auxiliary loop unchanged. 

In both cases , the highest s t r e s ses occur at the segment of the 
auxiliary loop containing the mechanical valve in the fill l ine. For Case 1, 
the maximum s t ress calculated was 9,407 psi, at the fill line valve, with a 
s t ress of 6,370 psi at the rear of the line nozzle to the loop, and a s t r ess of 
3,401 psi at the weldment of the fill line to the lower bend of the loop proper. 
None of these s t r e s ses are comparable to the yield strength of the stainless 
steel; hence, there would be no distortion in the system as a resul t of normal 
steady-state operation of the loop at temperature . 

In Case II, the 900°F temperature of the blowout line corresponds 
to the limiting condition to be realized m the event that an overpressure 
ruptures the burst disc and discharges the molten sodium from the loop 



proper into the safety tank. The resultant s t r e sses calculated were: 
33,317 psi at the fill-line valve, 21,563 psi at the burst-nozzle loop, and 
11,510 psi at the fil l-line/loop weldment. 
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These s t r e s ses realized in the auxiliary system are secondary 
s t r e s ses resulting from the thermal expansion of the blowout line during a 
thermal excursion, from 400°F to the temperature of the loop sodium. 
Since the valve releasing the sodium from the loop into the blowout line is 
a simple rupture disc, the excursion must be considered to be a single-
time event; any analysis related to cyclic operation of the blowout line 
would be meaningless . 

The Code, for cases not requiring analysis for cyclic oper
ation, specifies that the limit of s t ress intensity for secondary s t r e s ses 
plus bending is to be defined as 3Sfjj, where 

(Sm at 400°F) + (Sm at 900°F) 19,400 + 14,000 
= 16,700 psi. 

Accordingly, 

em 

X 

16364 
cm 

S.27 

J-

3Sn i = 50,100 p s i . 

j 
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Fig. 3. Line-drawing Layout of the Mark-II Integral Sodium 
TREAT Loop. ANL Neg. No. 112-9204 Rev. 1. 

H e n c e , the s t r e s s a t the b u r s t -
nozz le loop (opj = 21,563 psi) 
i s we l l below the l imi t ing 
s t r e s s e s a l lowed for t h e r i n a l -
expans ion s t r e s s e s and is far 
below the s t r e s s l i m i t defined 
by the ASME Code. 

III. DESIGN DESCRIPTION O F 
THE MARK-II LOOP 

A. Loop 

The M a r k - I I loop ( see 
F i g . 3) is e n c l o s e d within a 
we lded Type 304 s t a i n l e s s s t e e l , 
double T R E A T fuel can , wi th a 
wa l l t h i c k n e s s of 0.127 c m , a 
20 .32 - by 1 0 . 1 6 - c m c r o s s s e c 
t ion, and an o v e r a l l l ength of 
260.86 c m . The t e s t - s e c t i o n 
e x t e n s i o n of the loop p a s s e s 
t h rough and is we lded into a 
2 1.9- by 1 6 . 5 1 - c m top p l a t e , 
wh ich is bol ted into and s e a l s 
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the top of the e n c l o s u r e can . A p r o t e c t i v e hood c o v e r s the top a c c e s s f lange 
of the loop and is h e r m e t i c a l l y s e a l e d to the top p l a t e , l e av ing the r e m a i n i n g 
half of the top p la te a v a i l a b l e for t h r o u g h - c o n n e c t i o n s to the e x t e r i o r of the 
loop wi th in the e n c l o s u r e . A p a i r of m u l t i c o n t a c t , p r e s s u r e - s e a l e d e l e c 
t r i c a l c o n n e c t o r s fu rn i sh e n t r y for i n s t r u m e n t and e l e c t r i c a l - p o w e r l e a d s , 
and m i n i a t u r e q u i c k - d i s c o n n e c t va lve p e n e t r a t i o n s t h r o u g h the top p l a t e 
fu rn i sh a i r and gas flow or p r e s s u r e for c o m p o n e n t cool ing o r i n e r t a t m o s 
p h e r e s . A va lved , s m a l l - g a u g e p r e s s u r e l ine s u p p l i e s the i n e r t g a s p r e s 
s u r i z a t i o n to the s u p p l y - d u m p tank. The b o t t o m of the e n c l o s u r e i s c l o s e d 
by a s e a l - w e l d e d p la te , to which the indexing fuel can p ins a r e bo l t ed . F i g 
u r e 4 shows the a s s e m b l e d loop s t r u c t u r e , be fo re out f i t t ing . 

Fig. 4. Mark-II Loop Assembly before Outfitting. ANL Neg. No. 112-9514. 

The t e s t s ec t i on is l o c a t e d in the loop leg oppos i t e the s o d i u m pump, 
with an ex t ens ion above the loop p r o p e r , t h rough the top p l a t e of the en 
c l o s u r e can and into the p l e n u m above the r e a c t o r c o r e . A c c e s s to the loop 
i n t e r i o r for e x p e r i m e n t a l loading and i n t e r n a l m a i n t e n a n c e is m a d e th rough 
a top c l o s u r e f lange , which c o n s i s t s of a heavy cap c e n t r a l l y p e n e t r a t e d by 
a f u e l - t h e r m o c o u p l e - e x i t a s s e m b l y and s e a l e d into p l a c e wi th a C o n o s e a l 
c l a m p . Since this c l o s u r e f lange is ou t s ide the loop e n c l o s u r e can , we l l 
away f r o m the hea t s o u r c e s a s s o c i a t e d wi th the loop p r o p e r , the s e a l i n g 
c l a m p is f a b r i c a t e d of Type 316 s t a i n l e s s s t e e l i n s t e a d of the I n c o n e l X - 7 5 0 
u s e d e l s e w h e r e . 

The fuel h o l d e r , wi th a r e m o v a b l e e x t e n s i o n , is l oaded into the t e s t 
s ec t i on th rough the top a c c e s s f lange , and the c l o s u r e of the f lange by the 
t a p e r e d c l a m p s e x e r t s a p r e d e t e r m i n e d downward a x i a l f o r c e on the h o l d e r 
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t h r o u g h c o m p r e s s i o n of a s t a c k of Be l l ev i l l e w a s h e r s p r i n g s . The f o r c e on 
the h o l d e r a s s e m b l y p r e s s e s the h e m i s p h e r i c a l b a s e of the fuel h o l d e r into 
a 45° c o n i c a l s e a t in the b o t t o m of the t e s t s e c t i o n , r e s u l t i n g in a l i n e - c o n t a c t 
s e a l be tween the h o l d e r flow channe l and the flow tube of the loop body. 

The t e s t s e c t i o n has an ID of 3.254 c m , a wa l l t h i c k n e s s of 0 . 9 1 7 c m , 
and an o v e r a l l l eng th of 75 c m , which p e r m i t s a c c o m m o d a t i o n of fuel e l e 
m e n t s o v e r 65 c m long . At the i n l e t and ou t l e t of the t e s t s e c t i o n , t h e r e is 
a 1 2 . 7 - c m - l o n g i n s t r u m e n t a t i o n s e c t i o n . The uppe r s e c t i o n is f i t ted for the 
m e a s u r e m e n t of flow and p r e s s u r e . The l o w e r s e c t i o n is f i t ted for the 
m e a s u r e m e n t of p r e s s u r e . The flow m e a s u r e m e n t is m a d e f r o m the l o w e r 
bend. 

The to ta l loop v o l u m e of s o d i u m when f i l led to the d e s i g n l eve l i s 
1313 cm. ' ' F o r loops con ta in ing the m e c h a n i c a l v a l v e s , the loop is f i l led by 
p r e s s u r i z a t i o n f r o m a supply tank l o c a t e d in the bo t t om of the double d u m m y 
T R E A T fuel can and c o n n e c t e d to the b o t t o m of the loop t h r o u g h a h igh-
p r e s s u r e , b e l l o w s - s e a l e d va lve and a s o d i u m f r e e z e p lug . A f ixed l e v e l of 
s o d i u m a t t e m p e r a t u r e is m a i n t a i n e d by an over f low l ine , wh ich is c o n t r o l l e d 
by a m e c h a n i c a l v a l v e * and a f r e e z e plug. The m e c h a n i c a l v a l v e s * a r e 
r e m o t e l y a c t u a t e d by f l e x i b l e - s h a f t d r i v e r g e a r s , and the f r e e z e p lugs a r e 
c l o s e d by coo l an t c i r c u l a t i n g t h r o u g h c o p p e r tubing t h e r m a l l y bonded to 
s e c t i o n s in the piping above e a c h m e c h a n i c a l v a l v e . 

The supply tank is p r e s s u r i z e d wi th an i n e r t g a s , which a l s o fu r 
n i s h e s an i n e r t gas b l a n k e t above the s o d i u m in the loop . When the loop h a s 
been f i l l ed and i s in o p e r a t i o n , the supply tank s e r v e s as an a u x i l i a r y sa fe ty 
tank, wi th o v e r p r e s s u r e s v e n t e d into i t s v o l u m e by a c a l i b r a t e d r u p t u r e d i s c 
l o c a t e d above the s o d i u m l e v e l in the t e s t - s e c t i o n e x t e n s i o n . The r u p t u r e 
d i s c i s r a t e d a t 340 a t m at 25°C to m a t c h the loop d e s i g n r a t i n g . 

The h e a t r e q u i r e d for s t e a d y - s t a t e o p e r a t i o n of the loop is supp l i ed 
e l e c t r i c a l l y and is d iv ided into two independen t ly c o n t r o l l e d , p h y s i c a l l y 
s e p a r a t e d h e a t e r c i r c u i t s . Loop h e a t e r s c o n s i s t of thin m e t a l - c l a d h igh-
c a p a c i t y 230 V a c , c l a m p - o n e l e c t r i c h e a t e r s f a s t e n e d a r o u n d the long, 
s t r a i g h t t e s t s e c t i o n and h i g h - c a p a c i t y f lex ib le hea t ing t apes r a t e d a t 8 7 0 ° C , 
w r a p p e d c l o s e l y abou t the r e m a i n d e r of the loop be tween the t e s t s e c t i o n 
and the s o d i u m p u m p , w h e r e a p p l i c a t i o n of r i g i d h e a t e r s is i m p r a c t i c a l . 
The s o d i u m p u m p is no t e x t e r n a l l y h e a t e d ; i ndeed , the i n h e r e n t e l e c t r i c a l 
l o s s e s a s s o c i a t e d wi th the o p e r a t i o n of the p u m p p o s e a p r o b l e m of cool ing 
r a t h e r than h e a t i n g . 

*Mechanical valves of proper size having the same pressure rating as the loop are not commercially 
available. Thus, the valves are protected by the freeze plugs. Although this arrangement was verified 
by successful prooftesting in the loop, it was decided that the mechanical valves represented a potential 
weak spot in the design. After a review of operational experience with the first four Mark-II loops, these 
valves were replaced by steel sections which isolated the freeze plugs from the safety tank. Swagelok 
fittings in the sections permit filling and draining operations. 
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The second , or a u x i l i a r y , h e a t e r c i r c u i t is a p p l i e d to the m u l t i 
p u r p o s e tank below the loop p r o p e r , and the d u m p / f i l l and ove r f low l i n e s 

and v a l v e s . The supp ly tank is h e a t e d by 
b r a i d - w r a p p e d , a s b e s t o s - i n s u l a t e d N i c h r o m e 
h e a t e r w i r e , he ld in p l ace a g a i n s t the tank 
ou te r wa l l by l ight ly s p o t - w e l d e d r i b b o n s of 
s t a i n l e s s s t e e l foi l . F i l l and ove r f low l i n e s 
and va lve s a r e w r a p p e d wi th the h igh -
t e m p e r a t u r e , f lex ib le hea t ing t a p e s . The 
e n t i r e loop, wi th the e x c e p t i o n of the s o d i u m 
pump, the m e c h a n i c a l v a l v e s , and the p r e s s u r e -
t r a n s d u c e r a s s e m b l i e s , i s c o a t e d wi th a 
p o r o u s , s i l i c a t e - b a s e d t h e r m a l i n s u l a t i o n , 
which is app l i ed a s a m o l d a b l e w e t fe l t o v e r 
the loop and a u x i l i a r y h e a t e r s . D u r i n g p r e 
t r a n s i e n t o p e r a t i o n of the loop and whi le the 
loop s o d i u m is m a i n t a i n e d a t the d e s i r e d 
in i t i a l t e m p e r a t u r e , the a u x i l i a r y h e a t e r s a r e 
not e n e r g i z e d , and the a u x i l i a r y p o r t i o n s of 
the fac i l i ty a r e t h e r m a l l y i s o l a t e d f r o m the 
loop body by the ch i l l ed f r e e z e p l u g s . F i g 
u r e 5 shows a fully a s s e m b l e d , out f i t ted 
M a r k - I I loop nex t to i t s c o n t a i n m e n t c a n . 

The M a r k - I I loop is fully i n s t r u m e n t e d 
for the m e a s u r e m e n t of s o d i u m flow, t e m 
p e r a t u r e , and p r e s s u r e u n d e r s t e a d y - s t a t e 
and e x p e r i m e n t a l t r a n s i e n t c o n d i t i o n s . The 
o p e r a t i n g t e m p e r a t u r e s of loop c o m p o n e n t s 
a r e con t inuous ly m o n i t o r e d wi th shutdown 
i n t e r l o c k p r o t e c t i o n for the fac i l i ty in the 
even t of e x c e s s i v e t e m p e r a t u r e s . 

Fig. 5. Finished Mark-ILA Loop next to 
Loop Containment Can. ANL 
Neg. No. 900-727. 

e l e c t r o m a g n e t i c f l o w m e t e r s . 

Sod ium flow is m e a s u r e d a t the i n l e t 
and ou t l e t of the t e s t s e c t i o n by m e a n s of 

The th ick wa l l s of the loop m a d e the u s e of 
the convent iona l p e r m a n e n t - m a g n e t f l o w m e t e r i m p o s s i b l e in the l i m i t e d 
s p a c e ava i l ab l e wi th in the loop e n c l o s u r e , s i nce a m a g n e t of suf f ic ien t 
s t r e n g t h to e s t a b l i s h the r e q u i r e d f ie ld in the l iqu id m e t a l would be s e v e r a l 
t i m e s too l a r g e . H e n c e , dc e l e c t r o m a g n e t s a r e u s e d wi th h i g h - c u r i e - p o i n t 
A r m c o i ron a r m a t u r e s wound wi th c e r a m i c - i n s u l a t e d c o p p e r w i r e and s u p 
p l i ed wi th a c o n s t a n t d i r e c t c u r r e n t . The c o n s t a n t - c u r r e n t dc p o w e r s u p 
p l i e s have a c u r r e n t r a n g e of 0.5 to 7 A, a m a x i m u m vol tage of 100 V, and 
a 0 .01% l i n e - a n d - l o a d r e g u l a t i o n c a p a b i l i t y . E a c h f l o w m e t e r is c a l i b r a t e d 
over a wide r a n g e of f ie ld i n t e n s i t i e s and t e m p e r a t u r e s . Dur ing loop o p e r 
a t ion , the t e m p e r a t u r e of e a c h m a g n e t i s con t inuous ly m o n i t o r e d . 
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Sodium pressure is measured at the inlet and outlet of the test sec
tion by p ressure - t r ansducer assemblies of the standoff type developed for 
sodium-filled systems and used on the Mark-I integral loop.*'^ 

B. Loop Instrumentation and Control 

Specialized instrumentation is required for control of the loop oper
ation and for the recording of data, under both steady-state and transient 
conditions. The instrumentation and control system was designed around 
existing components and techniques; it has a minimum of complexity and 
provides for automatic safety measu res . Systems external to the loop in
clude an instrument indication and control console, an ALIP power module, 
a sil icone-oil circulation/cooling unit, and the loop-systenas e lectr ical-
power chass i s . 

Instrumentation and control of the Mark-II integral loop have two 
modes: (l) the attainment and maintenance of a predetermined steady-state 
system condition prior to a programmed TREAT power transient, and (2) the 
accurate and precise measurement of transient data during and following 
the reactor excursion. 

Temperature , p ressure , flow, electrical power, and valve conditions 
are measured . All parameters are sensed by detector units of conventional 
design, with remote measurement , indication, and control. 

Spi ra l -armored, asbestos-insulated, Chromel-Alumel thermocouples 
are used for the measurement of temperatures of the loop system and its 
sodium. The temperatures of sodium, loop-jystem components, and heat-
sensitive sensors are continuously monitored. The thermoelectric signals 
from a loop monitor point drives high-impedance electronic control lers , 
which provide fixed-point control of loop temperature . Heat inputs, and 
hence tempera tures , are controlled by O N / O F F switching of electr ical 
heater power, supplied through adjustable autotransformers . 

Most of the thermocouple outputs are monitored by remote indication 
only, with manual adjustment of heater -c i rcui t controls made as required. 
Monitor thermocouples are located on the laminated yokes and coils, within 
the cooling housing of the sodium pump, in an internal well within the sodium 
safety tank, in small wells just ahead of the p ressure - t ransducer diaphragms, 
and on each of the flowmeter dc-magnet a rma tu re s . Thermocouples are 
located on each of the freeze-plug valves placed in the overflow and fill lines 
between the loop proper and the storage tank. These sensors monitor the 
temperature of the silicone-cooled freeze-plugs and the thermocouple signal 
interlocked to the reactor controls; transient initiation is prohibited if the 
freeze-plug temperature is above a prese t value. An additional interlock is 
actuated by a monitor thermocouple located on the safety-burst-disc blowout 
line to prevent a reactor transient unless the line temperature is well above 
the melting point of sodium. 
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The loop sodium flow is measured by dc-magnet electromagnetic 
flowmeters at the inlet and outlet of the loop test section. Output of the 
electromagnetic flowmeters is preamplified by low-gain, wide-band dc 
amplifiers and is continuously monitored on remote ind ica to r - r eco rde r s . 

Loop sodium pressures are measured by pressure t ransducers at 
the test-section inlet and outlet, as indicated in the preceding section. 

Auxiliary instrumentation is provided for the indication and control 
of pretransient system parameters and component condition. Input e lec
trical power to the ALIP and to the heater circuits is indicated by meter. 
Control of the autotransformer ALIP power supply is provided at the loop 
control console. 

The desired operating temperatures of the ALIP and the freeze 
valves are obtained by independent adjustment of throttle valves placed in 
the inlet lines of recirculation loops supplying a cooled, low-viscosity s i l i 
cone fluid. A flow-switch in the silicone-coolant supply is provided as 
additional protection against pretransient system fault. The switch is in
terlocked with the reactor- t ransient controls and is in se r ies with the safety 
interlocks from the freeze valve and blowout-line tempera tures . 

An inert gas blanket is maintained within the sealed stainless steel 
secondary containment can. Gas flow is metered for valve adjustment for 
purge and maintaining the blanket. Exhaust is through the TREAT reactor 
stack. 

IV. QUALITY STANDARDS, CONTROL, AND ASSURANCE 

A. Quality Levels 

For a single, complete integral loop, several levels of quality r e 
quirements can be defined, depending upon the usage of the loop in meltdown 
experiments. Since the Mark-II loop comprises three interfaced,intercon-
nected systems, which are potentially subject to widely varied s t r e s se s 
during loop operation, the quality required ranges from the highest possible 
to the simple functional. 

The loop body is required to contain sodium and fas t - reactor fuel 
(including plutonium and/or fission products) safely at the design rating of 
internal pressure and temperature . The loop body also is considered to 
include a portion of the interconnecting lines between the circulating 
(primary) portion of the loop and components of the auxiliary system, spe
cifically the overflow line and the fill-line loop attachments, from the loop 
to the sodium freeze plugs. 
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The auxiliary system is required to contain sodium (liquid and/or 
vapor) and fast reactor fuel following a single-t ime, abnormal operation of 
the loop, during which the contents of the loop are vented as a resul t of in
ternal overpressure . The system includes the multipurpose dump/safety 
tank, the connection lines between valves and tank, and the gas -pressure 
supply line. The auxiliary system will operate at a considerably lower 
p ressu re - t empera tu re rating than the pr imary loop body. 

The secondary system, which encloses the total loop assembly, is a 
secondary containment volume, which serves as a low-pressure and low-
temperature container for sodium spills. It encloses gas- and liquid-coolant 
l ines, and the electr ical-power and instrumentation leads. Although the 
secondary system does not require high-strength, high-temperature capa
bility, its integrity must be reliable within the less stringent demands for 
preventing leakage of sodium and possibly fine active part ic les . 

Accessor ies used in the three systems noted above are those com
ponents that provide the means for attaining and controlling pretransient 
loop operating conditions, and for indicating or recording operational and 
experimental data. P r e s su re t ransducers , in NaK-filled standoff assem
blies, penetrate the loop body and are attached at penetrating p ressure taps 
by means of O-ring-sealed flanged joints; experimental thermocouples are 
located within the loop test section and require a sealed penetration of the 
pr imary containment. These accessory devices must not compromise the 
pr imary containment. 

Flow and temperature sensors required for loop operation are ex
ternal to the loop, as are the electr ical heatars , and require no penetration 
of the pr imary containment. The leads to external sensors and powered 
devices and to the gas- or liquid-coolant lines are external to the loop and 
within the secondary containment, with sealed penetrations through the top 
closure of the secondary housing. Components which are outside the loop 
and within the secondary containment require only a high order of functional 
reliability, since their failure affects the operation of the loop without com
promising its integrity. 

The rationale for the extreme rigor of quality of the pr imary con
tainment was founded on the intrinsic uncertainty in the probable values of 
the experimental parameters of greates t interest in the meltdown of reactor 
fuels in the presence of liquid-metal coolant, and includes the following: 

1. Amplitude or p ressu re pulses generated by the failure of fuel 
and resultant reaction. 

2. Rise time of the generated pressure pulses. 
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3. Rate of fuel-to-coolant-to-loop heat t ransfer . 

4. Efficiency of thermal-energy conversion to work done against 
the loop containment. 

le 
the 

The use of the Mark-II loop for experiments examining the possibl 
occurrences of these four accident phenomena prompted the selection of tl 
following general quality cr i ter ia: 

1. All peripheral points of the pr imary normal-operat ion p re s su re 
containment must have the highest s t ructural integrity. This includes the 
loop body, fill line, freeze plug, overflow line, freeze-plug burs t line, and 
pressure -sensor assemblies, as well as the ALIP. 

2. Components of the auxiliary system that function as p re s su re 
containment under abnormal conditions must have essentially the same 
structural integrity as the primary containment, although at somewhat 
lower tempera ture-pressure levels established by accident analysis . These 
include the multipurpose storage-safety tank, the mechanical shutoff valves, 
and the helium-gas line to the tank. 

3. The secondary containment should have sufficient integrity to 
contain the consequences of a loop leak safely. This containment consists 
of the double TREAT-element stainless steel thin-walled enclosure can for 
the loop, which is hermetically sealed at the loop top plate, and of the cover, 
which is sealed to the top of the top plate in order to enclose the top access 
flange. 

4. The system of external accessory components must have suf
ficient integrity to contain the flow of blanket and coolant gas and coolant 
liquids without failure during normal operation of the loop, or to suffer ab
rupt direct contact with high-temperature sodium and/or fuel (in the event 
of an accidental loop breaching) without danger. The accessor ies within the 
secondary containment are operationally necessary , but a re not involved in 
the direct containment of the loop experiments. These include the gas and 
silicone-oil cooling lines and connectors, electr ical leads, and external 
structural supports. Their reliability and ability to withstand "operational 
accidents" without damaging the loop must be demonstrated. 

B. Quality Control and Assurance 

The quality cr i ter ia and control followed in the construction of the 
integral loops, with regards to standards for mate r ia l s , fabrication tech
niques, inspection, and evaluation control, were established by the Engi
neering Physicist in charge of the loop development. The sequence of 
development and construction may be outlined briefly as follows: 
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1. Select mos 

2. Deternaine 

Idtsit. auwtp „ ^ „ , 

t applicable design codes and standards. 

the necessary levels of conservatism required. 

3. Take only those excep
tions to the selected Code which are 
absolutely required. 

L 
_L_ 

i i ' j ' i 

(CHECKOUT) 

1 
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(SPECS) • DCSIW SPECIFIClTin 
(IRSP) - IHSPECTIOM 
( H . T . ) - NE*T TtEiTMEIIT 

(N.T.I 

Fig. 6. Flow Diagramof Mark-II Loop Development 

4. Establish the design before 
starting fabrication. 

5. Minimize design changes 
during fabrication. 

6. Maintain day-to-day sur 
veillance to ensure adherence to 
specifications. 

7. Record, in most conven
ient fashion, all pertinent specification, 
procedural and historical data for 
each unit. 

8. Prooftest each unit on 
completion and before experimental 
use. (See Appendix A for the proof-
test form.) 

The above may be seen im
plicitly in Fig. 6, which is a simpli
fied flow diagram of the work on the 
Mark-II loops through the experimental 
use in TREAT. The documentation 
is diagrammed in Fig. 7. 
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I JOB FILE, 
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ENGINEER 

Fig. 7. Diagram of Loop Documentation 
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The exceptions taken to the ASME Code further to a s su re the quality 
in the Mark-II loop involved acceptance standards of mater ia l s and welds, 
permissible operations on the loop during fabrication, the qualification of 
welders, and specification of minimal temperatures for heat t reatment of 
the loop weldments. 

Although the colloquial expression "water clear" is often used in the 
weld shop in reference to the quality of weld joints, no explicit definition of 
the te rm's meaning is given in the ASME Code. Instead, the acceptance 
standards prescribed in the ASME and other design Codes a re related to the 
acceptable type, s izes, and distributions of surface and internal flaws, usu
ally designated as porosities. Because of the demanding service for the 
Mark-II loop, the term "water clear" was explicitly defined and specified 
to apply to stock mater ia ls , components, and weldments. "Water c lear" 
was defined as that condition in which no detectable flaws of any kind are 
revealed in the material , component, weld, or assembly examined at the 
maximum sensitivity established for the particular method of inspection, 
i.e., whether radiographic, ultrasonic, or dye-penetrant. This definition 
is descriptive of a perfect part of weld within the limits of existing stand
ards . No exception to this cri terion was permitted. 

In the event of a flaw in a weld, a procedure for repairing the weld 
was established which explicitly rejected the Code-permitted "removal of 
the flaw by grinding" followed by rewelding. A flaw within the zone offusion 
in a weld was specified to be removed only by cutting (i.e., by turning, mil l 
ing, etc.) without grinding. This more rigorous requirement on the repair 
of weld faults was specified to prevent the imbedment of abrasive part icles 
in the relatively soft stainless steel weld metal and to minimize the degree 
of work hardening of the weld at the crit ical plane of fusion during the r e -
melting process of repair . No repair of stock mater ia ls (bar or pipe) was 
permitted. 

The requirement for perfect welds throughout the Mark-II loop ne
cessitated more rigorous examination and selection of the welders who were 
to make such welds. Thus, it was made a requirement that the welder must 
be a Code-certified craftsman who was further qualified by test on the Mark-II 
loop weldments. This specification, while attesting to the ability of the 
welder to perform flawless welding consistently, further gave him prior 
experience in welding actual Mark-II components. The extra qualification 
of the welder, using certified mater ia l s , was an added expense, but it r e 
sulted in eventual savings by minimizing the number of rejected welds. 

The Mark-II loop was designed in accordance with the 1965 edition 
of the ASME Boiler and P r e s s u r e Vessel Code, which imposed a conditional 
requirement on the listed allowable design s t ress values for the T316 stain
less steel, namely, heat t reatment of the metal to a minimum temperature 
of 1800 F. Although it is widely accepted that austenitic stainless steels 
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have z e r o no tch s e n s i t i v i t y , and a l though p r e c i p i t a t e d c a r b i d e s do not have 
a d e t r i m e n t a l effect on the m a c r o s c o p i c p h y s i c a l p r o p e r t i e s of such m a t e 
r i a l s , we w e r e a w a r e , out of p a s t e x p e r i e n c e , of a n o m a l o u s weld f a i l u r e in 
r e l a t i v e l y t h i c k - w a l l e d we lded s t r u c t u r e s f a b r i c a t e d of a u s t e n i t i c s t a i n l e s s 
s t e e l when s u b j e c t e d to shock l o a d s . S u b s e q u e n t e x a m i n a t i o n of such f a i l u r e s 
led to the r e a l i z a t i o n tha t the h i g h - h e a t , r e s t r i c t e d - z o n e weld ing of r e l a t i v e l y 
t h i c k - w a l l e d c o m p o n e n t s of a u s t e n i t i c s t e e l s can r e s u l t in l a r g e d i f f e r en t i a l s 
of c a r b o n diffusion into and a c r o s s weld z o n e s , and the p r e c i p i t a t i o n of con
t i nuous , s u b g r a n u l a r p l anes of c a r b i d e s and f e r r i t i c s t r u c t u r e s , which m a y 
p r e s e n t , u n d e r shock loading by d i s t r i b u t e d s t r e s s e s s u c h a s those f r o m a 
high i n t e r n a l p r e s s u r e p u l s e , the a p p e a r a n c e of high notch s e n s i t i v i t y . The 
acu te a w a r e n e s s of the d e s i g n e r that the M a r k - I I loop c o n s i s t e d of exac t l y 
such a we lded s t r u c t u r e , f a b r i c a t e d of r e l a t i v e l y t h i c k - w a l l e d c o m p o n e n t s 
and d i v e r s e h i s t o r y , and p o s s i b l y to be sub jec t ed to shock loading by p r e s 
s u r e p r o m p t e d the adopt ion of a h e a t - t r e a t m e n t r e q u i r e m e n t m o r e r i g o r o u s 
than tha t s t i p u l a t e d by the b a s e Code . 

The Code r e q u i r e m e n t of a m i n i m u m h e a t - t r e a t m e n t t e m p e r a t u r e of 
1800°F w a s i n c r e a s e d to 1900°F (1900 + SO^F), with a w a t e r quench , for a l l 
p o r t i o n s of the loop p r i m a r y c o n t a i n m e n t c o m p r i s e d of h e a v y - w a l l e d c o m 
ponents j o ined by we ld ing . This d i r e c t e d such hea t t r e a t m e n t p a r t i c u l a r l y 
to the l oop -body w e l d m e n t and the m u l t i p u r p o s e tank. All o the r c o m p o n e n t s 
of the p r i m a r y c o n t a i n m e n t s y s t e m (including the a u x i l i a r y connec t ing l i n e s , 
and excep t ing the m e c h a n i c a l va lve s and h e l i u m l ine) w e r e to r e c e i v e the 
s a m e hea t t r e a t m e n t , but be fo re t he i r a s s e m b l y by weld ing . 

As a m e a n s of obta in ing a s s u r a n c e as to the c h e m i c a l conten t of the 
m a t e r i a l f r o m which a p a r t i c u l a r componen t \j'as to be m a d e , it w a s found 
n e c e s s a r y to check c e r t i f i c a t i o n s for p a r t i c u l a r e l e m e n t s f rom independen t 
t e s t ing l a b o r a t o r i e s , wi th r e t e s t s or c o m p a r i s o n s with s e c o n d a r y s t a n d a r d s 
r e q u i r e d in c a s e s of d i s c r e p a n c y . Such check a n a l y s i s was r e q u i r e d for 
e v e r y p i e c e of s t ock m a t e r i a l r e c e i v e d f r o m a v e n d o r . A g e n e r a l p r o c e d u r e 
was e s t a b l i s h e d that r e q u i r e d m a t e r i a l c e r t i f i c a t i o n be fo re any f ab r i ca t i on 
p r o c e s s w a s begun . The c h e m i c a l a n a l y s i s was m a d e for c h r o m i u m , n i c k e l , 
nnolybdenum, and c a r b o n in the c a s e of the T316 s t a i n l e s s s t e e l , and a c o m 
ple te a n a l y s i s was m a d e of a l l Inconel X-750 m a t e r i a l . Weld f i l l e r w i r e , 
p u r c h a s e d only in s p o o l s , r e q u i r e d a c h e m i c a l a n a l y s i s of a s ing le s a m p l e 
if the spool we ighed Z\ lb or l e s s , and of t h r e e s a m p l e s , f r o m head , m i d d l e , 
and ta i l , if the spool we ighed 25 lb . F u s i o n r i n g s , cut f rom s h e e t m a t e r i a l , 
w e r e c h e c k e d for c h e m i c a l c o m p o s i t i o n by a n a l y s i s m a d e of s a m p l e s taken 
f rom edge and c e n t e r of the s tock s h e e t . 

Des ign changes f r o m the o r i g i n a l w e r e held to a m i n i m u m . * The 
b u r s t d i s c was in i t i a l ly l oca t ed above the f r ee s u r f a c e of s o d i u m , po r t i ng 
the c l o s u r e tube to ven t the i n e r t gas above the loop sodiunn; th is w a s s i m i l a r 

*The original design is documented in Ref. 11. 
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to the burst-disc overpressure relief provided in the Mark-I integral loop. 
Later , the port was relocated to the r i ser side of the loop lower bend, below 
the inlet-instrumentation section. This change removes the safety line from 
the crowded region around the pump and test section. In addition, with the 
lower position, disc rupture will relieve the p ressu re within the loop and 
simultaneously remove the sodium from the source of heat. (Safety impli
cations of continuing contact between hot fuel and sodium were emphasized 
during the loop development.) 

Pneumatic two-way piston actuators for the mechanical valves were 
replaced with flexible rotary drive cables. The valves were eventually r e 
moved, as described ear l ier . 

The thermocouple well below the test section, intended to provide 
control signals for the sodium inlet temperature , was eliminated, because 
of difficulty in controlling welds in this extreme geometry. Sodium tem
perature is monitored by means of a thermocouple inserted through the 
closure cap of the loop, along with experimental fuel thermocouples. 

The rectangular dump tank was redesigned after a test indicated that 
the original design was inadequate. The internal stiffeners were augmented 
by the addition of cross tendons between the flat sides of the tank; the tank 
currently used holds 4000 psig internal p res su re . 

During the fabrication of the Mark-II loops, a day-to-day surveillance 
and supervision of operations and inspections was maintained to ensure the 
necessary control of quality. Depending on the status of work on various 
aspects of the construction, the tinne was spent in examination of weld ra
diographs, ultrasonic records, spectrochemical reports on mate r i a l s , me 
tallographic studies of sample welds, components received from vendors, 
and consultation on fabrication procedures . The necessity for continual 
supervision was due in part to the demonstrated need to confirm vendor 
certifications of chemical compositions, heat t rea tments , and mechanical 
histories. No exception to or deviation from the given specifications was 
permitted. When design change, level of difficulty, or degree of adequacy 
indicated that a particular specification had to be changed, the change was 
made only after quality equivalence or quality improvement was assured. 

Quality equivalence was based on the basic stipulations of the design 
code in choosing options or al ternates as prescr ibed. Design specifications 
required full penetration welds and full radiographic postweld examination, 
both in the loop-body weldment and in the loop assembly. By sequentially 
welding the various components together, with cleanup and radiographic 
inspection performed on each weld before making the next, the weld speci
fications were applied without difficulty in the loop-body weldment. Full 
penetration of weld joints in the loop assembly was determined by full r a 
diographic examination, with the exception of the reinforced safety tank. 
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The closed geometry of the roughly rectangular tank made the postweld 
radiography of the 16 t ransverse plug-welded tendons impossible; full pene
tration was ensured by welder qualification with weld samples in which an 
excess of weld metal was obtained in the internal tendon-wall fusion area . 
This exception was allowed because of the lower pressure-containment r e 
quirement of the loop auxiliary piping system and because the safety tank 
is p ressu re - t e s t ed during the loop prooftest. 

To provide a convenient record for the sequence of fabrication pro
cesses , a pictoral method of providing an annotated index of quality a s su r 
ance was adopted. The index for each loop consisted of a copy of the serial ized 
drawing of the main loop weldment and a copy of the drawing of the loop 
assembly, on which the quality-control data for each component and related 
processes were detailed. Data shown for each component included: 

1. Material chemistry certification, referred to the Central Shops 
requisition number under which there is listed a chemical report . 

2. X-radiographic examination, by date and signatory initials of 
the specialist accepting the mater ial . 

3. Ultrasonic examination, by date and signatory initials of the 
specialist accepting the mater ia l . 

Data shown for each weld included; 

1. Certification of the weld filler wire, referred to the Central 
Shops requisition number, under which there is listed a chemical 
report . 

2. Name of the qualified welder. 

3. X-radiographic examination, by date and signatory initials of 
the specialist accepting the weld. 

4. Any conditional comments pertaining to the particular weld. 

The two quality-control index drawings for each individual Mark-II 
loop, referenced copies of the mater ia l and heat- t reat reports , a copy of the 
prooftest report , and a complete set of engineering drawings comprised a 
comprehensive record of quality assurance for each loop. The context of 
the index drawings is indicated in Fig. 7, which i l lustrates the distribution 
of quali ty-assurance data and documentation. 

At present , the formal quality-control specification sheets estab
lished under the ANL quali ty-assurance program provide the main docu
mentation for each loop. However, the quality-control index drawings for 
each loop were sufficiently useful during the period of development that 



36 

they were retained in the new documentation process set as par t of the ANL 
quality-assurance program, through completion of the f irs t three Mark-II 
loops. 

Early in the construction of the Mark-II loops, it became obvious 
that a major problem was involved in the procurement of the heavy-walled 
seamless tubing required for the pr imary containment, in the SA-312 
Type 316 stainless steel specified, and with the necessary chemical com
position and nonstandard s izes . The minimum order (lO,000-ft mi l l - run 
in many cases) required by possible suppliers made direct purchase of the 
tubing prohibitive in cost and very long; indefinite lead times left no a s s u r 
ance as to when construction could begin. As a result , the only solution 
found was the fabrication of every tubular component of the loop proper 
(the loop "body") from selected bar stock, equivalent in propert ies to the 
specified SA-3 12, T3l6 stainless steel. This entailed gun drilling and 
boring the tubular parts from carefully certified bar, forming the tubes 
into the small-radius bends where required, and sequentially joining the 
components to make the loop body. 

Since the completed components were to meet the requirements for 
Group A Finished Tubular Products, the bar stock was required to meet 
cr i ter ia more severe than the Code requirements for bar ma te r i a l s . X-
radiography and ultrasonic nondestructive test methods were specified as 
the inspection techniques to be used throughout the selection of mater ia l 
and the fabrication processes , since these are the only Code-prescr ibed 
methods which are applicable to the Mark-II loop. Bar selected from avail
able stocks, of proper size and nominally cor rec t chemical composition, 
was first examined by pulsed ultrasonics to eliminate those specimens with 
unacceptable internal flaws. The reference defects prescr ibed by the Code 
for the ultrasonic examination of bars (Section III, Art. N-322) are a 1/2- x 
3-in. hole in a Zj- x 30-in. bar for the longitudinal wave technique, and a 
1- x 0.075-in. groove in the same bar for the shear-wave technique. These 
were considered far too large in size to be meaningful in this case. 

With the object of ultimately obtaining a Group A Finished Tubular 
Product from the bar stock, the ultrasonic reference defect was decreased 
in size to l /32-in. diameter x l /2- in . depth for the initial selection of the 
bar. Following gun drilling of the round bar, the finished straight sections 
of tubing were examined by ultrasonic and radiographic methods, as p re 
scribed by the ASME Code, all pieces indicating perceptible flaws being 
rejected. After a mechanical forming process , as required, the finished 
product was again radiographically examined for conformance with the Code 
requirements for Group A Finished Tubular Products . 

Inspections of finished weld joints were performed as far as possible 
according to the ASME Code, with the exception of the establishment of c r i 
teria for acceptance or rejection. The exception taken from the Code in the 
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case of tungsten iner t -gas welds (TIG) consisted of the specification that all 
completed welds were to be totally clear of flaws detected by full radio
graphic examination, rather than to conform with the Code, which allows 
detectable flaws below acceptable flaw-size l imits . Although the Code pre 
scr ibes that finished welds be inspected by at least two of the several meth
ods given, as applicable, and despite the desirability of using the ultrasonic 
and radiographic techniques throughout the system, the snnall scale and com
plexity of the loop system rendered the use of the ultrasonic method in the 
inspection of finished welds impractical . As a result , the welds were checked 
initially by the Zyglo dye-penetrant method to indicate gross subsurface and 
superficial surface flaws, and then they were fully X-radiographed. In ad
dition, all welds were reexamined after heat treatment by the dye-penetrant 
method. 

In certain cases (such as in the final weld of the Inconel pump flow 
tube) the alternative method of electron-beam welding was required as a 
means of precisely controlling shrinking and to eliminate the necessity for 
adding extra metal during the welding process . It was recognized that no 
standards existed by which the weld could be inspected by either the ultra
sonic or radiographic nnethod, because of the extremely small size of the 
electron-beam weld zone. Since all welds were specified to be full pene
tration and completely clear , it became necessary to establish some method 
by which the cr i ter ia for acceptance might be met. During the welding pro
cess a massive internal backup ring of Inconel was used, with a minimum 
of 40% penetration of the electron beann into the ring specified. After welding 
and dye-penetrant examination on both the inside and outside surfaces of the 
tube, the penetration was determined by machining the ring out of the inner 
bore prior to full radiographic examination. While wholly empirical in 
method, this technique ensured full penetration in welding, whereas neither 
radiography nor ultrasonic inspection was capable of detecting incomplete 
penetration. 

V. PROTOTYPE LOOP TESTING 

Extensive testing of the prototype loop was performed before the 
actual prooftest at high p re s su re . This testing afforded an opportunity to 
check the actual operation of the device and its ability to withstand oper
ational incidents. 

The prototype was the first of the Mark-II integral sodium loops and 
contained certain deviations from the loop specifications that were consid
ered acceptable in a loop to be used for preliminary tests and development 
of operational techniques. These deviations consisted of deficiencies that 
would be most likely to occur during fabrication and result in some com
promise of the specifications; detailed testing of the prototype thus could 
confirm the design and specifications with a measure of conservat ism. 



Devia t ions inc luded one weld wi th an i n c l u s i o n c o n s i s t i n g of e x t r a n e o u s e l e c 
t r o d e m e t a l , * i n t e r n a l u n d e r c u t t i n g of two we lds f r o m i n c o m p l e t e p e n e t r a 
t ion,* two we lds wi th f i l l e r m a t e r i a l of unve r i f i ed c h e m i s t r y , and a l i g n m e n t 
of l o o p - p u m p f langes that was ou t s ide the s p e c i f i c a t i o n for d e g r e e of p a r a l 
l e l i s m . Desp i te the dev ia t ions f r o m the s t r i n g e n t s p e c i f i c a t i o n s d e m a n d e d 
for the M a r k - I I l oops , it was r e c o g n i z e d f r o m the o u t s e t t ha t the f inal j u d g 
m e n t as to the qual i ty a n d / o r u sab i l i t y of any g iven loop would r e s t upon the 
ou tcome of the final p roo f t e s t of the p a r t i c u l a r uni t a t p r e s s u r e and t e m p e r 
a t u r e . Hence , s u c c e s s f u l p r o o f t e s t of the p ro to type would qualify the loop 
for e x p e r i m e n t a l use in the me l tdown p r o g r a m whi le in no way jus t i fy ing the 
r e l a x a t i o n of the q u a l i t y - c o n t r o l s p e c i f i c a t i o n s p r e v i o u s l y e n u m e r a t e d a s a 
m e a n s of e n s u r i n g a c o n s e r v a t i v e des ign . 

Specif ic points of po ten t i a l c o n c e r n which w e r e c o v e r e d du r ing the 
pro to type tes t ing included: 

1. Consequences of e l e c t r i c a l ma l func t ion or f a i l u r e in the A L I P . 

2. Consequences of s i l i c o n e - o i l leak in s ide the s e c o n d a r y 
con ta inmen t . 

3. Consequences of p o s s i b l e t h e r m a l d i f f e ren t i a l be tween the two 
loop l e g s . 

4. Consequences of a s o d i u m leak . 

5. P ro to type p roo f t e s t a t high t e m p e r a t u r e and p r e s s u r e wi th 
flowing sod ium. 

The r e s u l t s a r e s u m m a r i z e d below. 

Consequences of E l e c t r i c a l Malfunct ion o r F a i l u r e in the A L I P . 
Ex t ens ive bench t e s t s with the p r o t o t y p e A L I P had d e m o n s t r a t e d tha t 
the pump tube would s u r v i v e i n t e r n a l e l e c t r i c a l b r e a k d o w n and s h o r t i n g 
of one phase to ground. Al though this e l e c t r i c a l faul t did r e d u c e the effi
c iency of the pump, i ts c o n t a i n m e n t i n t e g r i t y was not a f fec ted , and i t w a s 
used with the p ro to type loop. Dur ing the a p p r o a c h to o p e r a t i n g t e m p e r a t u r e 
dur ing the f i r s t full p ro to type loop t e s t , the A L I P was o p e r a t e d a t about 
h a l f - m a x i m u m c u r r e n t to s u p p l e m e n t the hea t input by the e x t e r n a l r e s i s t 
ance h e a t e r s . After the loop had r e a c h e d 425°C, the flow of A L I P s i l i cone 
coolant was r e d u c e d to n e a r z e r o . R e l a t i v e l y high t e m p e r a t u r e s in the A L I P 
and Its coolant c i r c u i t r e s u l t e d . * * The A L I P s t a t o r t e m p e r a t u r e r e a c h e d 
about 550°C, wel l above the t e m p e r a t u r e l i m i t s of the epoxy pot t ing compound 
used for the A L I P c o i l s . E x t e n s i v e c h a r r i n g of the epoxy was found upon 
inspec t ion . In addi t ion , the c e r a m i c i n s u l a t o r of one of the c o n n e c t o r s 

^•Deviation from loop specifications only, acceptable within the Code.^'* 
**The early ALIP coils were wound with copper wire and encapsulated with epoxy. The present loops use 

acryhc-coated, anodized aluminum ribbon. The following refers to the epoxy-encapsulated coils. 



c a r r y i n g p o w e r t h rough the p u m p she l l b r o k e . C h a r r e d epoxy was f lushed 
out , the i n s u l a t o r was r e p a i r e d with epoxy, and the p ro to type A L I P was 
r e t u r n e d to s e r v i c e . 

C o n s e q u e n c e s of S i l i c o n e - o i l Leak ins ide the Seconda ry Con ta inmen t . 
Q u e s t i o n s had been r a i s e d c o n c e r n i n g the u s e of the t e m p e r a t u r e - r e s i s t a n t 
s i l i c o n e oi l a s the coo lan t for the A L I P and the c o n s e q u e n c e s of a coo lan t 
sp i l l put t ing s i l i cone oi l in d i r e c t con t ac t wi th the loop whi le a t o p e r a t i n g 
t e m p e r a t u r e . The Dow-200 l o w - v i s c o s i t y s i l i cone fluid was s e l e c t e d for i ts 
e x c e l l e n t t e m p e r a t u r e s t a b i l i t y , but it was r e c o g n i z e d that the l iquid would 
b u r n u n d e r the p r o p e r condi t ions of t e m p e r a t u r e and in the p r e s e n c e of oxy
gen . Dur ing this f i r s t p ro to type t e s t , the b r e a k in the t h r o u g h - c o n n e c t o r 
c a u s e d a p p r o x i m a t e l y 2 l i t e r s of the s i l i cone to s p r a y out into the can , flow 
down ove r the l o w e r half of the loop, and co l l e c t in the bo t t om of the con
t a i n e r . Al though the s i l i cone s a t u r a t e d the i n su l a t i on and h e a t e r s of the 
h o t t e s t p o r t i o n of the loop, the only r e s u l t was the a p p e a r a n c e of a l a r g e 
quan t i ty of s m o k e ; t h e r e was no igni t ion of the s i l i c o n e , nor d a m a g e to in
s u l a t i o n , h e a t e r s , or any c o m p o n e n t of the loop. 

C o n s e q u e n c e s of P o s s i b l e Thernnal Di f fe ren t ia l be tween the Two 
Loop L e g s . The p r o b l e m of s t e a d y - s t a t e des ign a r i s i n g fronn the d i f fe ren t 
t h e r m a l - e x p a n s i o n coef f ic ien ts of T316 s t a i n l e s s s t e e l and the Inconel pump 
tube h a s been m e n t i o n e d in Sect ion III ( see Appendix A) . Howeve r , c o n c e r n 
e x i s t e d tha t , du r ing u s e of the loop for me l tdown e x p e r i m e n t s , the h e a t gen 
e r a t e d in the fuel s a m p l e could o v e r h e a t the t e s t - s e c t i o n leg and d a m a g e the 
loop by d i f f e r en t i a l t h e r m a l expans ion . In the nex t t e s t , the A L I P Inconel 
tube t e m p e r a t u r e was s e t a t 66°C (this t e m p e r a t u r e is be low the s o d i u m 
m e l t i n g point ; so l id s o d i u m in the loop c i r c u i t p r e v e n t s sod ium c i r c u l a t i o n 
and thus s e r v e s to a id in e s t a b l i s h i n g a t e m p e r a t u r e d i f fe ren t i a l be tween 
l e g s ) . The t e m p e r a t u r e of the t e s t - s e c t i o n leg was r a i s e d to a p p r o x i m a t e l y 
400°C. Fo l lowing th is 334°C d i f fe ren t i a l t e s t , the A L I P unit was r e m o v e d 
f r o m the loop for e x a m i n a t i o n of the f langes and O - r i n g s . While the pump 
was out of the loop , the p u m p in t e r f l ange d i s t a n c e was found to be unchanged 
(within a p o s s i b l e l i m i t of 0.005 cm) d e s p i t e the high t e m p e r a t u r e d i f fe ren t i a l 
be tween the Type 316 s t a i n l e s s s t e e l t e s t - s e c t i o n s ide and the A L I P flow tube 
of Incone l X - 7 5 0 . This p r o v i d e s an ind ica t ion that the c o m p o u n d - c u r v e d 
offset bends of the loop, above and below the A L I P , r e a c t to the e x p e c t e d 
a x i a l load of d i f f e ren t i a l t h e r m a l expans ion as m a s s i v e , but eff ic ient , s p r i n g s . 
A s m a l l f lange leak opened up, h o w e v e r * ( see be low) . 

•The seal leak at the pump flange was the result of using a design in which flange clamps were deliberately 
slightly sprung open, to protect the contact side of the flange. With this type of clamp, the 0-ring-seal 
capacity was discovered to be a function of the clamp spring constant as the bolts were tightened; the seal 
leaked at about 4200 psi, whether the fluid was inert gas or water at room temperature, or was sodium at 
about 200"C. Replacement of the sprung clamps with straight clamps provided a seal at half the previous 
bolt torque, which was tested up to 10,000 psig in tests outside the loop and functioned satisfactorily in 
loop prooftests. 



C o n s e q u e n c e s of a Sodium Leak . Dur ing the 334°C d i f f e r e n t i a l t e s t , 
the lower O - r i n g s e a l of the A L I P deve loped a s m a l l l e ak ,* and abou t 500 cc 
of sodiunn e s t i m a t e d to be a t a t e m p e r a t u r e of a p p r o x i m a t e l y 300°C r a n down 
onto the lower r eg ions of the loop . In the p r o c e s s , the s o d i u m c o n t a c t e d 
s i l i c o n e - i m p r e g n a t e d t h e r m a l i n su l a t i on . The s o d i u m f roze sa fe ly in the 
bo t tom of the s e c o n d a r y c o n t a i n m e n t can . 

P r o t o t y p e P r o o f t e s t at High T e m p e r a t u r e and P r e s s u r e wi th F l o w i n g 
Sodium. The p roo f t e s t of the p ro to type loop was the f inal t e s t c o n d u c t e d on 
the p ro to type loop and pump to d e m o n s t r a t e des ign a d e q u a c y . The loop was 
run at 427°C** and 6300 p s i . M a x i m u m A L I P she l l t e m p e r a t u r e w a s 77°C, 
indicat ing quite adequa te cool ing . 

*Op. cit., see previous page. 
"Down from the 538-C of subsequent loops because of limitations on the prototype heaters. 
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APPENDIX A 

Prooftest Fo rm for the Mark-II Integral Loop 

PROOF PRESSURE TEST REPORT. Mark-II Integral Sodium TREAT Loop 

Loop No.: 

Loop Rating: psig. at *F { atmB, at "C) 

Type o£ Test Location Facility 

Instrumentation: 

Temperature: Sensor Readout Calibration 

PreBBure: Gauge Range Precision Calibration 

Flow: Sensor Range Precision Calibration 

Loop Volumes: 

Sodium Gas of Other 

Temperatures: Start Before Flow After Flow 

Loop Sodium 

Test Section 

Upper Bend 

Lower Bend 

ALIP Tube 

Closure Tube 

ALIP Shell 

Fill Freeze 

Overflow Freeze 

Dump Tank 

Silicone Feed 

Silicone Exhaust 

Flow: 

Loop Sodium 

Silicone Coolant 

Air Coolant 

Blanket Gas 

Electrical Settings: 

Flowmeter Volts: • 

Amps: 

ALIP Volts: 

Amps: 

Main Heater, Amps: 

Bend Heater, Amps: . 

Closure Heater. Annps: 

Notes 



PROOF PRESSURE TEST REPORT 

Rated Temperature; Tr = 

Teat Temperature: Tt = 

Rated Preaaure; Pj. = . 

Test Preaaure; Pj = _ 

Proof Preaaure Test Sequence: 

PM PM 
Loop Pres sure Required Dump Tank P r e s s . Loop P r e s s . Rdg. T ime , Start T ime , End i t , min ** 

Start 

0.5Pt 

0 .6P, 

0 .7P , 

O.SPt 

0.9Pt 

l .OP, 

(cooldown) 

REMARKS: 

*Test p r e s s u r e , Pt = 1.25Pj. 
1.4 X 10* 

where S ^ t - max imum allowable des ign s t r e s s at the t e s t t e m p e r a t u r e , from Tab le P C - 2 3 1 p 145 
for T t > 800°r , and from Table N - 4 2 1 , p. 37, tor Tj < SOOT, ASME B i P V Code, 1968. 
Time at the inc remen ta l pressure , 5-10 min . 
Loop p r e s s u r e at 0 .75P , or P , , whichever is g r e a t e r . 
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APPENDIX B 

Detailed St ress Analysis for the Mark-II Loop 

by 

Israel Pollack and Arthur A. Frigo 

Design and Engineering 
Services Division 

1. Main Loop Weldment for TREAT Mark IIB 

As a first approximation, we shall use the model shown in the fol
lowing sketch to determine s t r e s s . 

r 
I 

48" C C 

"P-
L, A II" B 

?^ 

i^^^ ., ''x A" I I ~ -
26 ^ L AX Ax ^ 

2 

We assume symmetry about the Y axis. If we assume the Inconel section 
between A and F is not present , the open loop ACDF would expand sym
metrical ly about the Y axis when subjected to a temperature r ise . We 
could then assume either point O or point P as fixed. If we assume 
point P as fixed, the loop assumes a new position A 'C 'D 'F ' . If we assume 
the rigidity of the loop is much greater than that of the Inconel tube, we can 
replace Inconel with a flexible cable member that will now draw ends A' 
and F ' together by an amount equal to the differential expansion between 
the stainless steel and the Inconel. Since the cable is flexible, no moments 
will be generated at A and F . 

We shall follow the procedure in Mark's Mechanical Engineers 
Handbook, T. Baumeister , Ed., 6th Edition (1964), Section 5, "Pipeline 
Flexure S t resses Caused by Expansion or Movement of Supports," p. 88. 
Because we assume ends hinged, the end moment M Q at the origin van
ishes. Because of symmetry Fy = 0. The equation for the end reaction at 
the origin in the X direction, F ^ (Section 5, p. 89) is 

Eiax 

where E is the modulus of elasticity at the working temperature , I is the 
moment of inertia of the cross section about the centerline, and G is a 
constant. We shall calculate G following the outlined procedure: 



AB 
E F 
CD 
BC 
DE 

s , in. 

11 
11 
48 

5 
5 

F , 1 
0 
0 

240 
12. 
12. 

b 

5 
5 

U , i n . ' 

0 

0 
1200 

42 
42 

T o t a l 2 6 5 1 2 8 4 

T h e n 

If 

a n d 

t h e n 

A s s u m e t h e f o l l o w i n g v a l u e s f o r t h e c o e f f i c i e n t s of t h e r m a l e x p a n s i o n : 

a , = 8 .1 X 1 0 " ' / ° F fo r I n c o n e l ; 

Ol - 1 0 . 2 9 x 1 0 " ' ' / ° F f o r s t a i n l e s s s t e e l . 

AX = 62 - 6i = L ( a 2 - a i ) AT . 

L = 2 5 . 8 7 5 in . 

AT = 1000 - 70 = 9 3 0 ° F , 

AX = 0 . 0 5 2 7 in . 
A s s u m i n g u n i f o r m I t h r o u g h o u t t h e l o o p for d e t e r m i n i n g F x , w e s h a l l a s 
s u m e , f o r s e c t i o n C D , 

I = 0 . 0 4 9 1 ( 0 " - d * ) = 0 . 0 4 9 1 ( 2 . 0 ' ' - 1 .281") 

= 0 . 6 5 3 i n . " . 

If E = 2 7 . 4 x 1 0 ' p s i , 

„ _ 2 7 . 4 x 1 0 ' ' ( 0 . 6 5 3 ) ( 0 . 0 5 2 7 ) 

1 2 8 4 
7 3 4 l b . 

T h e m a x i m u m m o m e n t o c c u r s a t p o i n t s C a n d D , a n d i s 

M = F x ( B C ) = 7 3 4 X 5 = 3 6 7 0 I b - i n . 

T o d e t e r m i n e s t r e s s w e s h a l l u s e I^ of t u b i n g a t p o i n t C : 

I2 = 0 . 0 4 9 l ( f 7 2 5 " - 0 7 7 5 " ) = 0 . 1 0 4 i n . ^ 

T h e b e n d i n g s t r e s s , a s s u m i n g no c o r r e c t i o n f a c t o r s , i s 

^ M r _ 3 6 7 0 ( 0 . 6 2 5 ) „ . ^ ^ , , , . 2 
b - i^ -^TTKl = 2 2 , 0 5 5 l b / l n . ^ 0 . 1 0 4 
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As a second approximation, we shall use method of strain energy of 
bending to deternnine moments and forces acting on loop. We shall assume 

a model symmetr ical about the Y-Y axis as 
shown in the accompanying figure. Because of 
symmetry, we need only consider one half in 
our analysis. Again, point P may be considered 
fixed and point O free to move to the right with 
F = 0. At O, the moment M Q and tensile force 
Fx act as shown. 

7 
We follow the procedure in S. Timoshenko, 

Strength of Materials , Par t II, Second Ed., 
D. Von Nostrand Co., Inc., New York (1944), p. 79. 
The strain energy of bending is given by 

u = r"^—. 
I 2EI ' 

•'o 
where the integration is carr ied out over the 
entire length L of the loop. Timoshenko shows 
that the deflection of the point at which the load 
acts in the direction of the load is 

' - 3Fx-

Likewise, he shows that the angular displacement of a point due to a mo
ment acting at the point is ' 

e - ^^ 
3Mo' 

In the case in question, because of symmetry, there is no rotation at 
point O. Consequently, 

The load F ^ and the moment M Q will also have to be such as to give a de
formation equal to one half the differential expansion between the Inconel 
and the stainless steel: 

A X 
2 

0 .0527 
0.02635 in. = au 

SFx 

An example very s imilar to ours is given in J. H. Faupel, Engineering 
Design, John Wiley & Sons, Inc., New York (1964), p. 863. If we consider 
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only bending and d i s r e g a r d longi tudina l and s h e a r i n g f o r c e s , the t o t a l e n 
e r g y of half loop is 

r^'^oA, r^'^AB, rfM^cR, r^'^cp, 
dx + I .^^ , dx + / .,^ , , dtp + I - „ , dx. ; 2E,Ii i 2E2I2 

' 0 "^0 Jtp Jo 

Now 

M Q A = M Q ; 

M A B = M Q ; 

M Q Q = M Q - Fj^R(sin cp - s in tp); 

M Q P = M Q - F x R l s i n cp - s in -^J ; 

/"^' M Q A 5 M O A 

J Ell, S M Q 
3U r"̂ ' M Q A 3 M O A , 
31^ = 0 = / ^^-^T^^dx + ... + ... 

^ M Q A 3 M A B S M B C 9 M C P 

S M Q ~ S M Q ~ S M Q ~ 3Mo ~ ' 

Since s in cp = 0.6, 

M c p = M Q - 1.6 FxR 

and 

_1IL - A _ f^'^O^ r^'M.o /"H! M Q - F x R ( s i n c p - sincp) 

"̂° I ^' " V L. ^^ ''̂  ^i, ^^ '̂̂ ^ 
r^i M Q - 1.6 FxR 

Jo 

_ ;;£gL. ^ M O ( L 2 - L I ) ( M Q - 1.6 F X R ) L , M Q R / 3 T , \ 

^•^1 E2I2 + E2I3 + i ; k i 7 l T - = p j 

X r o 
^ l^sin cp(<, - cp) + cos - j ^ - cos tp] , 

F^R 

"E 

where k is a f lexibi l i ty fac to r used to modify I when the i n t e g r a t i o n is t a k e n 
over a cu rved sec t ion . S ince co = 0 .643 , 
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M Q E , M O ( L 2 - L , ) M Q L , 1 . 6 F X R L 3 4.067 M Q R 1.64 F X R ^ 
0 = -r^r-;— + TT^ + -yr^ 7^^ + E , I , E2I2 E2I3 E2I3 E2kl2 EikI, 

Solving for the de f l ec t ion , we ob t a in 

au / " ^ ' M Q A 5 M Q A ^ 

* = 3? ! = J - ^ T ? r '••• • 

aFx " aFx " • 

^ ^ B C „ , . . , 
= - R ( s i n cp - s in cp); 

d F x 

^ = - 1 . 6 R ; 
X 

3U / 2 [Mn - F x R ( s i n c p - s i n c p ) ] [ - R ( s i n c p - s i n c p ) ] R dcp 
— - - = 6 = 0 + 0 + = m 
S F x J^ E2kl2 

^3 ( M Q - 1-6 F x R ) ( - 1 . 6 R) dx i E2I3 
0 

2.778 F X R ' 1.64 M O R ^ I . 6 R M 0 L 3 2 .56FxR^L3 
6 = TT-rr^— - ^^— - =̂̂ — + • = 0 .02635. 

E2.kl2 E2kl2 E2I3 E2I3 

In a c c o r d a n c e with the piping code , 

k = 1.65/h 

w h e r e h = t R / r ^ , t the wal l t h i c k n e s s , R the bend r a d i u s , and r the m e 

d ian r a d i u s of t ube . Then , 

(0.25)(2.5) 
h = :;: = C..D 

(0.5)^ 

and 

. . L ^ . 0.... 

A c c o r d i n g to the code , k m a y not be l e s s than 1. 



Tabulating various values: 

El = 31 x 10*' psi; 

E, = 27.4 x lO' psi; 

L, = 19.437 in.; 

R = 2.5 in.; 

I, = 0.049l(rr5"- ros") = O.O6O in."; 

I, = 0.049l(r25"-O5") = 0.104 in."; 

I, = 0.0491(2:0"- riFl") = 0.653 in.". 

Evaluating both equations, we get 

0 = 14.031 X 10-'' M Q - 8.502 x 10"'' Fx; 

0.02635 = -8.502 x IO"' M Q + 34.850 x 10"'' Fx-

Solving these simultaneously, we get 

Fx = 887 lb 

and 

M Q = 538 Ib-in. 

By inspection, the maximum moment occurs at point C and is 

Mmax = M Q - 4 Fx = 538 - 4(887) = -3010 Ib-in. 

The bending stress is 

Mro 
" b il ' 

*— where 

25i 

i = 0.9/h^" = 0.9/1.83 = 0.492. 

According to the piping code, i must have unit value, so that 

3010(0.625) 
0.104 

18,088 lb/ in .^ 

Because the actual loop is not quite as flexible as 
indicated by the previous model, we consider the complete 
loop. We shall show that equilibrium is reached without 
any damaging s t r e s s . For this analysis, the model shown 
in the accompanying figure will be used. 
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T h e d i f f e ren t i a l e x p a n s i o n of s e g m e n t EGAD and DE is e q u i l i b r a t e d 
by the fol lowing: 

1. E l o n g a t i o n of D E , CD, and E F . 

2. C o m p r e s s i o n of AG. 

3. D e f o r m a t i o n of BC and F G . 

4. D i s p l a c e m e n t of po in t s D and E due to r o t a t i o n of AG. 

The a p p r o a c h we u s e is e s s e n t i a l l y the s a m e as in the p r e v i o u s m o d e l . 
F o r a con t inuum to e x i s t , E5 m u s t equa l the d i f fe ren t i a l expans ion and EG 
m u s t equa l z e r o . 

F o l l o w i n g is a t abu la t ion of p r o p e r t i e s of the s e g m e n t s : 

S e g m e n t 

A B 

B C 

C D 

D E 

E F 

F G 

GA 

O D X ID 

A s s u m e R i g i d 

l i X 3 / 4 

I j X 3 / 4 

1 .25 X 1.05 

l i X 3 / 4 

l i X 3 / 4 

2 x 1 ^ 

t p - A r e a , 
i n . ' 

0 . 7 8 5 

0 . 7 8 5 

0 . 3 6 1 

0 . 7 8 5 

0 . 7 8 5 

1.852 

L o r 

(• -tp) 

2 . 5 

(TT - 0 . 6 4 3 ) 

6 . 1 2 5 

2 5 . 8 7 5 

6 .500 

( 3 T T / 2 - 0 . 6 4 3 ) 

4 5 

' p 

0 . 1 0 4 

0 . 1 0 4 

0 . 0 6 0 

0. 104 

0 . 1 0 4 

0 . 6 5 3 

E ^ X 1 0 " ' , 
p s i 

. 
2 7 . 4 

2 7 . 4 

31 .0 

2 7 . 4 

2 7 . 4 

2 7 . 4 

a X 1 0 ' , 
T - ' 

10 .29 

10 .29 

10 .29 

8.1 

10 .29 

10 .29 

1 0 . 2 9 

E h X 1 0 ' 

2 2 . 8 

2 2 . 8 

2 5 . 0 

2 2 . 8 

2 2 . 8 

2 2 . 8 

Let us now look a t each s e g m e n t to d e t e r m i n e d e f o r m a t i o n s and r o t a t i o n s . 
Due to the d i f f e r e n t i a l expans ion , a v e r t i c a l load P and a m o m e n t M Q a r e 

induced in the s y s t e m at points D and E. We c o n s i d e r a 
f r e e - b o d y d i a g r a m of each s e g m e n t . 

C o n s i d e r s e g m e n t BC, as in the a c c o m p a n y i n g f igure . 
We h a v e * 

P ( 2 . 5 ) ' (0.228) M o ( 2 . 5 ) ' 

^ ^ 27.4 x 10 ' (0.104) ' 27.4 x 10''(0.104; 

= 1.250 X 1 0 " ' P + 0.660 X 1 0 " ' M. 

(0.301) 

We can sa fe ly a s s u m e tha t d e f o r m a t i o n s and r o t a t i o n s a r e s m a l l , and t h e r e 
fore P and M Q load s e g m e n t BC as shown. 

•See Part 3 of this appendix for derivation. 
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P(2.5)^(0.301) Mo(2 .5 ) (2 .498) 

^ ^ C " 27.4 X 10*'(0.104) 27.4 x 10''(0.104) 

= 0.660 X 1 0 " ' P + 2.192 X 1 0 - ' M Q . 

F o r s e g m e n t FG , 

Mo 

P(2.5)^ 
^FG 27.4 X 10'(0.104) 

(2.778) 
M o ( 2 . 5 ) ' 

27.4 X 10''(0.104) 
(1.640) 

= 15.232 X 1 0 " ' P - 3.597 x 1 0 " ' M Q ; 

-P(2 .5 ) ' (1 .640) Mo(2 .5) (4 .067) 
9 F G = T-^- . _ .. + 27.4 X 10'(0.104) 27.4 x 10'(0.104) 

-3 .597 X 1 0 - ' P + 3.568 x I O - ' M Q . 

F o r s e g m e n t DE, 

777777" 

P L 
= DE = 

P(25.875) 

' D E 

AE 0.361 x 31.0 X lO ' 

= 2.312 X 1 0 - ' P ; 

_ M Q L M O ( 2 5 . 8 7 5 ) 

^^ 31.0 X 10'(0.060) 

13.911 X I Q - ' M Q . 
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F o r s e g m e n t GA, the d e f o r m a t i o n of point C (and D) due to r o t a 
t i on is g iven by ( see a c c o m p a n y i n g f igure) 

X + R 

T^y 
6 G A = (X + R) G G A : X + R = 4; 

ML (4 P - M o ) L (4 P )45 
ecA EI EI 27.4 X 10'(0,653) 

45 Mr 

27.4 X 10'(0.653) 

10.060 X 1 0 - ' P - 2 .515 X 1 0 " ' M Q -

A c c o r d i n g l y , 

5 G A = 40.241 X 1 0 " ' P - 10.060 x 1 0 " ' M Q -

By c o m p r e s s i o n , 

P L 
^GA = AE 

45 P 

1.852 x 27.4 X 10' 

F o r s e g m e n t CD, 

P L 6.125 P 
CD AE 0.785 x 27.4 x lO ' 

M Q L 6.125 M Q 

9CD = EI 27.4 X 10'(0.104) 

F o r s e g m e n t E F , 

P L P X 6.500 
5 E F = AE 0.785 X 27.4 x lO' 

0.887 X 1 0 - ' P . 

0 .285 X 1 0 " ' P ; 

2.149 X 1 0 ' ' M o -

0.302 X 1 0 " ' P ; 

' E F 
M Q L 

EI 

M Q X 6.500 , 
^ = 2.281 X 1 0 - ' M Q -

27.4 X 10 '(0.104) 

A t abu la t i on of t h e s e v a l u e s fo l lows: 

S e g m e n t 6i X 10 ' e j x i o ' 

GA 
BC 
F G 
DE 
CD 
E F 
E 

41.128 P -
1.2 50 P + 

15.232 P -
2.312 P 
0 .285 P 
0.30 2 P 

60.509 P -

10.060 M Q 
0.660 M Q 
3.597 M Q 

12.997 M O 

10.060 P - 2.515 M O 
-0 .660 P - 2.192 M o 
+ 3.597 P - 3.568 M o 

- 13.911 M o 
- 2.149 M Q 

- 2.281 M o 
12.997 P - 26.616 M o 
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The d i f fe ren t ia l expans ion be tween the Inconel and the s t a i n l e s s is 

5 = (cfi - c»2) ^ T L 

= (10.29 - 8 . 1 ) x 10- ' (1000 - 70) 25.875 

= 0 .0527. 

F u r t h e r , 

E6i = 5 = 0.0527 = 60.509 P - 12.997 M o 

and 

EG = 0 = 12.997 P - 26.616 M Q -

Solving t h e s e s i m u l t a n e o u s equa t i ons , we find 

P = 973 lb; M Q = 475 Ib - in . 

The c r i t i c a l s e c t i o n is at point G, w h e r e the m o m e n t is 

M = 4 P - M Q 

= 4(973) - 475 = 3417 Ib- in . 

The bending s t r e s s is 

Mc 3417(0.625) 
SK = i—;- = 1 X-

" I (0.104) 
20,535 l b / i n . 

The total s t r e s s is obta ined by adding longi tudina l s t r e s s due to i n t e r n a l 
p r e s s u r e , the d i r e c t s t r e s s due to P , and the bending s t r e s s : 

0.785(0.75)^ Q7C 

^ - ^ ° ° ° - 0.785 - ^ ^ ^ ° - " ^ 

= 3375 - 1242 + 20,535 

= 22,668 l b / i n . ^ 

The a l lowable expans ion s t r e s s r a n g e is 

S A = f ( l .25 S c + 0.25 S H ) . 

When the number of s t r e s s c y c l e s is l e s s than 7000, f = 1. 
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F r o m Table N-421 in ASME Boiler and P re s su re Vessel Code, 
So = 20,000 lb/in.^. No ratings are given for temperatures in excess of 
800°F. We could extrapolate some value by a comparison with those given 
in Table N-424. 

Temperature , °F 

100 800 1,000 

N-424 30,000 16,400 15,700 
Y.S., lb/in.^ 

N-421 20,000 15,600 ? 
Design S t res s , 
lb/in.^ 

A value of 14,000 lb/in. would seem to be a conservative value when we 
compare the difference between yield and design s t ress at 800°F. Then 

S A = 1(1.25 X 20,000 + 0.25 x 14,000) = 28,500 Ib/in.^ 

This is considerably more than the 20,535 lb/in.^ calculated for Sjj (= S^), 
indicating s t r e s s limitations are being met. 

We will calculate s t r ess values giving full consideration to hot-value 
moduli of elasticity and cold springing. With cold springing of 0.020, the 
effective 6 is 0.0527 - 0.020 = 0.0327. Using 22.8 x lO' for Type 316 stain
less steel at 1000°F and 25 x lO' for Inconel at 1000°F, the solution of E6 and 
T.Q becomes 

0.0327 = 72.805 x 1 0 ' ' P - 15.619 x 10- ' M Q 

0 = 15.619 X 10- ' P - 32.518 x IO"' M Q . 

whence 

P = 500 Ib-in.; 

Mo = 240 Ib-in.; 

(4x500 - 2 4 0 ) ( 0 . 6 2 5 ) 

(0.104) 
10,577 lb/in. 

a = S L - -^ + Ob = 3375 - 637 + 10,577 = 13,315 lb/ in.^ 

The fact that this is below the yield s t ress must explain why no permanent 
set was encountered in actual operation of the loop. 
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We shall now check the Mark-IIA design, where segments BC and 
FG are fabricated from l | - in . -OD by 3/4-in.-ID tubing. 

The moment of inertia is 

I = 0.0491(rT75"-6TT50") = 0.160 in.". 

When this value for 1 is used for segments BC and FG, the equations for 
£6 and ZG become 

0.0527 = 54.74 P - 11.969 M Q : 0 = 11.969 P - 24.603 Mo-

The solution of these equations results in the following values: 

P = 1077 lb, M Q = 524 Ib-in. 

The corresponding maximum bending s t ress is 

_ [4(1077)-524K0.687) ^ ^^ ^^^/.^ 2, 
^ 0.160 

This value is below the allowable S A and is safe. 

2. Dump Tank Loop for TREAT Mark IIB 

Consider the piping loop to be represented by Fig. B . l . The loop 
is considered to be two-dimensional, although the actual loop is th ree -
dimensional. Solutions for the two-dimensional loop provide a somewhat 
conservative estimate, since the three-dimensional loop is more flexible. 
The overflow tube was neglected because, due to its small moment of in
ertia and length, it will be quite flexible. The method of s train energy of 
bending is used to determine moments and forces acting on the loop. 
Points H and O are considered to be fixed, and member AI (the dump 
tank) is considered to be perfectly rigid. Equations are obtained for the 
vertical deflections (6) and angular displacements (G) of piping segments I 
and II. Combining these equations with the equation for thermal expansion 
and the fact that forces, moments, and angular displacements are equal at 
the point shown in the exploded view of segment AB (Fig. B. l ) , the forces 
and the moments can be found. 

Following the procedure in Timoshenko, the strain energy of bending is 

. L 2 

° - I m'-

where the integration is carr ied out over the entire length of the two seg
ments (I and II). 
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EXPLODED VIEW 
OF SEGMENyye 

C 1 

- 3 * — \ ^ 

6 i 

K r 
10° 

tt-

Fig. B.l. Piping Schematic Diagram 

T i m o s h e n k o shows tha t the deflect ioi i of the point at which the load 
a c t s in the d i r e c t i o n of the load is 

* - BP-

L i k e w i s e , he shows tha t the a n g u l a r d i s p l a c e m e n t of a point due to 
a m o m e n t ac t ing at the point is 

au 
a M o ' 

The net t h e r m a l e x p a n s i o n is g iven by 

A = 6i + 62. 

A l s o , 

Pi = Pz- Mo, = Mo,; e. = G2. 
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The above equations will give eight equations for eight unknowns. 
For an example similar to this problem see J. H. Faupel, Engineering 
Design, John Wiley & Sons, Inc., New York (1964), p. 863. 

Considering only bending, disregarding longitudinal and shearing 
forces, the total energy of segment I is 

'^AB M\B 

2E,lp 
r^BC M|5C , r ^ C D M ' c D , 

dx + / dx + __ _ dx 2E.L 2E2la 

• 'LDD' M O D , r^D'E M D - E T ^ E F M E F 

• dx + I — dx + / dx 2E2la 2E,L 2E2la 

' L E G Mp MpG ^ r M G H 

2E,I» 
dx. 

where 

M A B = M Q , ; 

M B C = M Q 

MCD = M Q 

MDD' = M Q 

MD'E = M Q 

M E E = M Q 

MpG = M Q 

- PiX sin 21°; 

- P i (3 s in 21°); 

- Pi(2.218 -x) sin 29°; 

+ PiX sin 29°; 

+ Pi(2.813-2.218) sin 29°; 

+ P,[(2.813 - 2.218) sin 29° + 1,̂ (1 - cos G)], 

0 < e < 90°; 

M G H = M Q , + P,[(2.813 - 2.218) sin 29° + 1^ +x]. 

Thus, the deflection in segment I is 

, _ au r ^ A B M A B S M A B 

a p , dx + 
' E2la a p , 

- 0 

Substituting respective moments and solving yield 
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hla [' 
M o 

11.848 M o , + 14.155 P , + 1.518 - — ' + 1.137 -} KiJ 

The a n g u l a r d i s p l a c e m e n t in s e g m e n t I is 

a u r ^ A B M A B ^ M A B 

' ' ^"^Oi J^ E2la aMOi 

Subs t i t u t i ng the m o m e n t s and so lv ing y ie ld 

dx + . . . 

1 
E,I= 

r ' ^ O , P i l 
17.563 M o - 11.848 P , + 2.013 -77-^+ 1 . 5 1 8 - — . 

1 K, KiJ 

In a s i m i l a r m a n n e r , the t o t a l e n e r g y of s e g m e n t II is 

U 
' E l j Mfj / - L j K MJK f ^ K a M | J L 

dx + I dx + dx 
2E, Ia 

' L a b M^ 

2E , I c 
I 

^LdL Mf^L 

2EiIb 
) 

' E N D M N O 

dx + 

dx + 

2E , Ia I 2EiIa 

Lbc M|^L , . C^'"^ ' ^ K L 

2EiId ' 

' E L M M L M 

dx + 
2E,I 

dx 
l i e 

2E,k2lb 

% 

f E M N M M N , 
dx + -,„ , dx 

2E4lb 

2E3k3lb 
dx . 

w h e r e 

MlJ = M o , + P2(4 i ) 

M j K = M o , + P 2 ( 4 | ) + P x s i n 10° 

M K L = M o , + P 2 ( 4 | + 3 ^ s in 10°) 

M L M = M02 + P 2 [ ( 4 | + 3f, s i n 10°) - 1.165(1 - cos G')], 0 < G' < 59 = 

M M N = M o , + P 2 [ ( 4 | + 3 ^ s in 10°) - 1.165(1 - cos G') - x s in 59°] 

M N O = M02 + P 2 [ ( 4 | + 3 ^ s in 10°) - 1.165(1 - cos G') 

- 2^1 s in 59° - 1.165(sin G" - s i n 31°)], 31° < 0 < 90°. 



T h u s , the def lec t ion in s e g m e n t II is 

^ ^ ^ r ^ i J MIJ aMij _̂_̂  
^' " aP2 M Ella ap, 

•^ 0 

S u b s t i t u t i n g r e s p e c t i v e m o m e n t s a n d s o l v i n g y i e l d 

8 , = ^ - ( 2 7 . 3 7 2 M o , + 1 3 5 . 6 9 6 P2) + :=:^{(>.951 M o , + 3 5 . 9 6 0 P , ) 
E , I a i^i^b 

+ ^ - ( 6 . 1 4 3 M o , + 3 1 . 7 7 8 P j ) + r^{l0.i4b M o , + 5 3 . 5 2 2 P , ) 
E i l c •'^i^d 

+ _ ^ 5 . 9 7 2 - - ^ + 2 9 . 7 6 1 — + — - ( 8 . 8 2 0 M o , + 3 2 . 1 7 3 P , ) 
E , I b \ k2 k , / E 4 l b ^ 

1 / " ^ 0 2 P 2 
+ — V 4.849-; + 5.339 — 

Ejlb \ 1̂3 ^3 

The angu la r d i s p l a c e m e n t in s e g m e n t II is 

au r^IJ MIJ 3MIJ 

aMo, / E,la aMo, 
d x + 

S u b s t i t u t i n g r e s p e c t i v e m o m e n t s a n d s o l v i n g y i e l d 

1 , , _ , „ , „ , 1 
62 = : 5 r r ( 5 - 5 3 1 M O 2 + 2 7 . 3 7 2 P2) + T — ( 1 . 3 4 4 M o , + 6 . 9 5 1 P2 ) 

E l l a E i i b 

+ T r r ( E 1 8 8 M o , + 6 . 1 4 3 P2) + T - - ( 2 - 0 0 0 M o , + 1 0 . 3 4 6 P j ) 
E , i c "̂  E i i d '̂  

1 / , . . ^ 0 2 P 2 \ 1 

1 (. . . . " ^ o , , __ p . 
+ T r - r U . 2 0 0 — — + 2 . 5 2 3 ,. 

E j i b \ k3 kj 

T h e e q u a t i o n s f o r t h e d e f l e c t i o n s a n d a n g u l a r d i s p l a c e m e n t s w i l l b e u s e d 

a l o n g w i t h t h e i n f o r m a t i o n f o r t h e r m a l e x p a n s i o n , e t c . , t o d e t e r m i n e t h e 

f o r c e s a n d m o m e n t s , a n d , h e n c e , t h e m a x i m u m s t r e s s e s i n s e g m e n t s I a n d 

II f o r t w o d i f f e r e n t t e m p e r a t u r e s . 



59 

Case 1 

a) Segment I is at 400°F. 

b) S e g m e n t I I i s a t v a r i o u s t e m p e r a t u r e s : 

i . S e g m e n t L J K L M i s a t 1 2 5 ° F ; 

i i . S e g m e n t M N i s a t (900 + 1 2 5 ) / 2 = 5 1 3 ° F ; 

i i i . S e g m e n t N O i s a t 9 0 0 ° F . 

B y u s i n g t h e v a l u e s f o r m o m e n t s of i n e r t i a , f l e x i b i l i t y , a n d m o d u l i of e l a s 

t i c i t y i n t h e a p p e n d i x , t h e e q u a t i o n s f o r t h e d e f l e c t i o n a n d a n g u l a r d i s p l a c e 

m e n t s b e c o m e 

6 , = - 4 . 5 3 9 X 1 0 - ^ M o , + 6 . 7 1 9 x 1 0 - ^ P , ; ( l ) 

Gi = 8 . 6 0 1 X 1 0 - ^ M o , - 4 . 5 3 9 x 1 0 ' ^ P , ; (2) 

62 = 1 8 . 2 5 9 X 1 0 - 5 ]y[Q^ ^ 8 5 . 4 7 8 x 1 0 - ^ P , ; (3) 

G2 = 3.838 x 10-5 j^Q^ ^ 17.790 x lO'^ P,. (4) 

Also, 

Pj = P, = P; (5) 

MOi = Mo, = Mo; (6) 

G, = G, = G. * i l ) 

The thermal expansion is given by 

i = Q'2LAHX^'^AH - (o-iElj^ATij + a4EMNx'^''^MN + 0'3LNOX^TI^O) = 6i + 62. 

where 

L A H - 1^ ^" • ' Eij = 11.063 in.; 

LMNX = ^ - ^ ^ ^ ^"•'- ^NOx = 1-031 in.; 

ATAH = ^°° - ""^ = 330°F; ATij = 125 - 70 = 55°F; 

A T M N = 513 - 70 = 443°F; ATNO = 900 - 70 = 830°F. 

Thus, the value for the thermal expansion is 

A = 61 + 62 = 0.0377 in. (8) 
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S i m u l t a n e o u s so lu t ion of E q s . 1-8 for P and M o y i e l d s 

P = 24.1 lb; M Q = 113.0 I b - i n . 

C o n s i d e r the s t r e s s e s due to bending m o m e n t s : 

i. M a x i m u m s t r e s s in s e g m e n t I o c c u r s at point H. At t h i s po in t , 

MHdo/2 
au = bending s t r e s s = 

i-a 

{ M O + P[ (2 .813 - 2.218) s in 29° + 1 ^ + 3 / 8 ] ] do/2 

l a 

_ [113.0 + (24 .1 ) (1 .945) ]0 .675 /2 __ ^^^^ ^ ^ / . ^ 2. 

8.621 X 10"^ 

i i . M a x i m u m s t r e s s in s e g m e n t II o c c u r s in s e g m e n t KL at the 
points w h e r e the m o m e n t s of i n e r t i a a r e a m i n i m u m : 

MKL<io/2 _ [ M O + P ( 4 - | + 3^2 s l " 10°) ] .0 .675/2 

°^ ^ Tl ^ 8.621 X 10 '^ 

= [113.0 + (24.1)(5.173)] 0 .675 /2 __ ^^^^ ^^^.^z 

8.621 X 10-^ 

i i i . The s t r e s s at point O is g iven by 

M N O (for 6" = 90°) d / 2 M Q + P ( 3 . 0 7 2 - 1.165 s in G" ) 0 . 8 4 0 / 2 
Oh 

lb 20.082 X 10-

113.0 + (24.1)(3.072 - 1 .165)(0.840/2) 

20.082 X 1 0 - ' 
3325 l b / i n . 

C o n s i d e r s t r e s s e s due to the fo rce P ac t ing in t e n s i o n , c o m p r e s s i o n , 
o r s h e a r , 

i. At point H, 

"- = ^ = oTr73 = l l l l V - . ^ 

w h e r e A is the c r o s s - s e c t i o n a l a r e a . ' 
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i i . In s e g m e n t KL (at s m a l l e s t a r e a ) 

P 24.1 , , 
°T = ^ = OT73 = 111 W - ^ 

i i i . At point O, 

P 24.1 

A T 0.320 
76 l b / i n . 

C o n s i d e r the to ta l s t r e s s e s 

i. At point H ( c o n s e r v a t i v e l y adding) , 

° H " '^b + ° s - ^260 + 1 1 1 

6370 I b / i n . ^ 

i i . In s e g m e n t KL ( c o n s e r v a t i v e l y adding) , 

" K L = a b + O T = 9306 + 1 1 1 

= 9407 l b / i n . 

i i i . At point O ( c o n s e r v a t i v e l y adding) , 

O Q = Ob + 0-Y - 3325 + 76 

= 3401 Vol in} 

Case 2 

a) S e g m e n t I is at 900°F . 

b) S e g m e n t II is at v a r i o u s t e m p e r a t u r e s : 

i. S e g m e n t L J K L M is at 125°F; 

i i . S e g m e n t MN is at (900 + 125) /2 = 513°F; 

i i i . S e g m e n t NO is a t 900°F . 

P r o c e e d i n g as in C a s e 1, the gove rn ing equa t i ons wi l l be 

6, = - 5 . 1 6 5 X 10-5 ^ Q ^ ^ l.k\k X 10-5 p ^ . 

G, = 9.787 X 10-5 M Q , - 5.165 x 10*5 p , ; 

6, = 18.259 X 10-5 M o , + 85.478 x 10-5 p ^ . 

G, = 3.838 X 10-5 MO2 + l'7-790 x 10-5 p ^ . 

(9) 

(10) 

(11) 

(12) 
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and 

(14) 
M Q , = M o , = M Q ; ^ 

o - p - «. (15) 

A = 6, + 6, = 0.13249 in. (16) 

S imu l t aneous so lu t ion of E q s . 9 -16 for P and M Q y i e l d s 

P = 93.0 lb; M o = 359.0 Ib - in . 

C o n s i d e r the s t r e s s e s due to bending m o m e n t s : 

i. M a x i m u m s t r e s s in s e g m e n t I o c c u r s at point H. At th i s po in t , 

MHdo/2 
o^ = bending s t r e s s = 

la 

{ M O + P [ ( 2 . 8 1 3 - 2.218) s in 29° + 1 ^ + 3 / 8 ] } do/2 

= Tl 

[359.0 + (93.0)(1.945)] 0.675/2 

i .621 X 10-
21,135 Ib / in .^ 

ii. M a x i m u m s t r e s s in s e g m e n t II o c c u r s in s e g m e n t KL at the 
points w h e r e the m o m e n t s of i n e r t i a a r e a m i n i m u m : 

M KLdo/2 [ M O + P ( 4 | + 3 ^ s in 10°)] 0 . 6 7 5 / 2 

8.621 X 1 0 - ' 

[359.0 + 93.0(4-|-+ 3 ^ s in 10°)] 0 . 6 7 5 / 2 
= i ^-? i^ — = 32,889 I b / i n . ^ 

8.621 X 10" ' 

i i i . F o r s t r e s s at point O, 

M N O (for 9" = 90°) d / 2 M o + P ( 3 . 0 7 2 - 1.165 s in G") 0 . 8 4 0 / 2 
(J = = ; 

lb 20.082 X 1 0 " ' 

359.0 + 9 3 . 0 ( 3 . 0 7 2 - 1 . 1 6 5 ) 0 . 8 4 0 / 2 , , , , n , u / - 2 
= ^ • — = 11,219 I b / i n . . 

20.082 X 1 0 - ' 

S t r e s s e s due to the fo rce P , ac t ing in t e n s i o n , c o m p r e s s i o n , o r 
s h e a r a r e : 



i. At point H, 

P 93 0 

"^ ~-~s ~- 0 T T 7 3 = 428 1b / in . ^ 

w h e r e A is the c r o s s - s e c t i o n a l a r e a . 

i i . In s e g m e n t KL (at s m a l l e s t a r e a ) 

P 93.0 
^ A x 0.2173 

i i i . At point O, 

P 93.0 

428 I b / i n . ^ 

291 I b / i n . ^ 
'• A x 0.320 

F o r the to ta l s t r e s s e s , 

i. At point H ( c o n s e r v a t i v e l y adding) , 

a ^ = a b + Og = 21 ,135 + 428 

= 21,563 l b / i n . ^ 

i i . In s e g m e n t KL ( c o n s e r v a t i v e l y adding) , 

' K L 32,889 + 428 

33,317 lb / in .^ 

i i i . At point O ( c o n s e r v a t i v e l y adding) , 

a o = CTb + a x = 11.219 + 291 

11,510 l b / i n . ^ 

3. B a s i c Data for Dump Tank Loop for T R E A T M a r k IIB 

a. Modul i of E l a s t i c i t y , E [ f rom S tee l s for E l e v a t e d T e m p e r a t u r e 
S e r v i c e , Uni ted S t a t e s S tee l C o r p o r a t i o n publ ica t ion ADUSS 43-1089 (1966)]. 

(1) At 125°F, E , = 28.2 x l o ' l b / i n . ^ 

(2) At 400°F , E2 = 26.4 x lO' l b / i n . ^ 

(3) At 900°F , E3 = 23.2 x lO' l b / i n . ^ 

(4) At (900+ 125)/2 = 513°F, E4 = 25.7 x lO ' l b / i n . ^ 
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b . M o m e n t s of I n e r t i a , I 

(1) F o r 3 /8 Schedule 80 p ipe , 

la = 0 . 0 4 9 l ( d ^ - d p = 0 .0491(0 .675" -0 .423" ) = 8.621 x 1 0 " ' in.". 

(2) F o r 1/2 Schedule 80 p ipe , 

lb = 0 . 0 4 9 1 ( d J - d p = 0 .0491(0 .840" -0 .546" ) = 20.082 x 1 0 ' ' in.^ 

(3) F o r inlet and out le t of dump va lue , 

Ic = 0 .0491[(3/4)" - (3/8)"] = 14.56 x 1 0 " ' in.". 

(4) F o r dump v a l u e . 

Id = 0 .0491(1 .09375"-0 .78125") = 51.94 x 1 0 ' ' in.". 

c. F l ex ib i l i t y F a c t o r s , k 

( l ) F o r s e g m e n t G F , 

k = 1-65 ^ 1-65 r ^ 

wher 

Tm = 

t = 

R = 

Accord ing ly , 

k. 

0.268 in. 

0.126 in. 

1 ^ in. = 1.281 in. 

(1.65)(0.268)^ 

(0.126)(1.281) 

P e r piping code , k m a y not be l e s s than 1. H e n c e , we t ake 

k, = 1. 

(2) F o r s e g m e n t LM, 

1.65 r m . 
k; = . 

^ tR 
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w h e r e 

r^n = 0.342 in. 

t = 0.147 in. 

R = 1.165 in. 

A c c o r d i n g l y , 

(1.65)(0.342)2 

(0.147)(1.165) 

(3) F o r s e g m e n t NO 

1.126. 

1.65 ri 
k. 

tR 

w h e r e 

r m = 0.342 in. 

t = 0.147 in. 

R = 1.165 in. 

A c c o r d i n g l y , 

(1.65)(0.342)2 
k3 =-, --, i - = 1.126. 

^ (0.147)(1.165) 
d. Coef f ic ien t s of T h e r m a l Expans ion , a [ from Piping Des ign and 

E n g i n e e r i n g , s e c o n d edi t ion , pub l i shed by Gr inne l Company , Inc . , (1967)]. 

(1) A t l 2 5 ° F , a, = 9.23 x 1 0 - ' ( i n . / i n . ) / ° F . 

(2) A t 4 0 0 ° F , az = 9.59 x IQ- ' ( in . / in . ) / ° F . 

(3) A t 9 0 0 ° F , 03 = 10.16 X 1 0 - ' ( i n . / i n . ) / ° F . 

(4) At (900 + 125) /2 = 513°F, Q'4 = 9.72 x I Q - ' ( i n . / i n . ) / ° F . 
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